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a b s t r a c t 

The characteristics of convective heat transfer and fluid flow within a square cross-section serpentine 

channel are experimentally studied for two groups of polymeric viscoelastic fluids, shear-thinning and 

constant-viscosity Boger solutions. The elastic turbulence can be created by the non-linear interaction 

between elastic stresses generated within the flowing high-molecular-weight polymer solutions and the 

streamline curvature. In order to confirm elastic turbulence in this geometry, pressure drop across the 

serpentine channel was measured. The findings indicate that the measurements of non-dimensional 

pressure-drop increase approximately from 1.48 to 4.82 for viscoelastic solutions compared with the 

Newtonian fluid over a range of Weissenberg number from 4 to 211. The convective heat transfer en- 

hances due to elastic turbulence by up to 200% for low polymer concentration (dilute) solutions and 

reaches up to 380% for higher polymer concentration (semi-dilute) solutions under creeping-flow condi- 

tions in comparison to that achieved by the equivalent Newtonian fluid flow at low Graetz number (up 

to 14.6). We propose a modified Weissenberg number which is able to approximately collapse the mean 

Nusselt number data for each solution group. 

© 2016 The Authors. Published by Elsevier B.V. 

This is an open access article under the CC BY license ( http://creativecommons.org/licenses/by/4.0/ ). 
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1. Introduction 

The practical applications of micro-scale systems, such as bio-

engineering devices, microelectronic devices, cooling systems of

computer chips and mini or micro-scale heat exchangers have re-

cently received a great deal of attention due to the development of

fabrication technologies for these systems. In the micro-scale sys-

tems (with “small” dimensions approximately less than 10 0 0 mi-

crons), however, flow of Newtonian fluids at very low Reynolds

numbers, Re ( ≡ ρUD/ η < 1 where ρ and η are fluid density and dy-

namic viscosity, respectively, U is a characteristic velocity scale and

D is a characteristic length scale) is inherently laminar and steady

[1] . As a consequence, mixing at the micro-scale is difficult to

achieve (as molecular diffusion is dominant) and thus the enhance-

ment of convective heat transfer is problematic under these condi-

tions. One of the proposed approaches to enhance heat transfer in

these conduction- dominated regimes is to use viscoelastic fluids,

which are prepared by adding a small amount of high molecular-

weight polymer to a Newtonian solvent, in order to introduce non-
∗ Corresponding author Tel.: +44 151 7944806. 
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inear effects and promote the appearance of instabilities even at

ow Re . Viscoelastic fluid flows in such geometries have then been

een to exhibit “turbulent-like” characteristics such as chaotic and

andomly fluctuating fluid motion across a broad range of spatial

nd temporal scales and have led this to be called “elastic turbu-

ence ” [2–10] . 

The concept of elastic instability appeared as a well-known

henomenon for viscoelastic fluid flows in the 1990s. Larson

t al. [11] reported theoretical and experimental results that

howed that purely-elastic instabilities can arise in viscoelastic

uid flows by a coupling of the first normal-stress difference and

treamline curvature. This seminal work was followed by a series

f experimental investigations that used different geometries

ontaining curved streamlines to study elastic instabilities in low

e fluid flows. This included swirling flow between parallel disks

2–4] , in serpentine or wavy channels [3,5–8] and in concentric

ylinder devices [3,9] . Elastic instabilities and resulting non-linear

nteractions between elastic stresses generated within the flowing

igh-molecular-weight polymer solutions and the streamline cur-

ature are “purely-elastic” in nature, driven by the elastic (normal)

tresses developed in the flow and occur at Reynolds numbers far

emoved from the usual turbulence observed for Newtonian fluids

hich is, of course, inertial in nature. Steinberg and co-workers
nder the CC BY license ( http://creativecommons.org/licenses/by/4.0/ ). 
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Table 1 

Experimental values of typical Weissenberg number for onset of a purely-elastic instability and elastic 

turbulence in the serpentine channel flow. 

Authors Weissenberg number range 

Onset of elastic turbulence Developed elastic turbulence 

Groisman and Steinberg, 2004 [3] 3.2 > 6.7 

Burghelea et al., 2004 [6] 1.4–3.5 10 

Li et al., 2010 [7] 7.5 15 
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2,3,5,6] reported that elastic instabilities of highly-elastic fluids

an be exploited to augment fluid mixing in serpentine or curved

hannels. Typically, viscoelastic fluid flows with negligible inertia

 Re < 1) that have been stretched along curved streamlines can

ndergo a series of flow transitions from viscometric laminar flow,

o clearly chaotic flow, and eventually to fully developed “elastic

urbulence”. The experimental study by Poole et al. [12] used

lastic turbulence in a swirling flow between two parallel disks

o create oil-in-polymer-solution emulsions. Their results showed

hat for Newtonian oil and continuous phase no emulsification

ccurred at all. While in the case of the viscoelastic oil solutions,

t identical conditions, a good emulsion was observed due to the

ixing effects of elastic turbulence. 

Prior to this understanding of elastic turbulence, Hartnett and

o-workers conducted a set of experimental [13–15] and numer-

cal [16] investigations to study the fundamental characteristics

f fully-developed laminar convective heat transfer under differ-

nt combinations of thermal boundary conditions using various

ypes of viscoelastic fluids in straight ducts. The results indicated

hat viscoelastic solutions show higher convective heat transfer

s compared to Newtonian fluids flow under identical conditions

 Re = 314–1974, Pr = 42.9–79). These increases are attributed to

econdary flows, arising from the second normal-stress differences

mposed on the surfaces boundaries, which occur in viscoelastic

uids in laminar flow through rectangular or square cross-section

ucts. When the concentration of polymer increases this leads to

n increase in the strength of the secondary flow and a decrease in

he thermal development entrance length. Further numerical stud-

es [17–20] investigated the impact of such secondary flows on the

onvective heat transfer of the viscoelastic fluids. The results of

hese numerical studies were consistent with the original exper-

mental results of Hartnett and co- workers [13–16] . 

The effects of viscoelastic fluids in micro-scale geometries be-

ome significant even for dilute solutions because of the small

ow time scales and the high shear rates achievable. Availability

f these features in the flow simultaneously makes the Re small

nd the Weissenberg number large, Wi ( ≡λU/D , where λ is the re-

axation time of the viscoelastic fluid), which quantifies non-linear

lastic effects. From earlier publications [2–9] , purely-elastic insta-

ilities have been observed at low Wi (order 1) in a range of flows

nd, at high Wi (order 10), elastic turbulence observed as a re-

ult of the combination of elastic stresses and streamline curvature.

lastic turbulence can arise in the serpentine channel flow at typi-

al Wi numbers as shown in Table 1 . The possibility of using elas-

ic turbulence to enhance convective heat transfer in a square ser-

entine microchannel was quantitatively studied by our research

roup in a short letter [21] utilising a sucrose-based Boger fluid.

hese initial experimental findings show that elastic turbulence is

ble to enhance convective heat transfer in the serpentine channel

eometry by up to 300% compared to the equivalent Newtonian

uid flow. Very recently Traore et al. [22] studied the role of elas-

ic turbulence in an axisymmetric swirling (von Karman) flow with

 cooled lower stationary wall and compared the temperature fluc-

uations with those of a low diffusivity tracer. PIV measurements

or both isothermal and non-isothermal flows revealed no signifi-

ant effect of the heat transfer process on the flow topology. The
esults confirmed our own recent results [21] , that elastic turbu-

ence can enhance the heat transfer efficiency above the conduc-

ive limit although no Nusselt numbers could be determined in the

et-up used by Traore et al. [22] . In the current paper, we give a

ore complete account of our experiments on the convective heat

ransfer in the square serpentine microchannel using elastic turbu-

ence as well as studying the influences of both viscoelasticity and

hear-thinning viscosity individually on the convective heat trans-

er by adjusting the solvent viscosity, polymer concentration and

mposed shear rate. 

. Experimental setup 

The experimental rig that has been used to investigate the be-

aviour of the flow and convection heat transfer of viscoelastic flu-

ds is shown in Fig. 1 . It consists of a copper serpentine channel

hich is mounted on a plastic frame (PVC) that includes reservoirs

t either end of the channel that contains pressure tappings. The

uid is pumped through the serpentine channel using a pressure

essel where the amount of driven liquid flows between an up-

tream reservoir and a downstream reservoir and then to a col-

ection container where it can be weighed for measuring the flow

ate. This pressure vessel is connected to a compressed air supply,

hich is used to control the flow rate. A Denver Instrument TP-

502, which has an uncertainty ± 0.03 g at stable load, was used

o measure the flow rate by weighing the amount of collected fluid

ith time. 

The square cross-section serpentine channel, which was com-

rised of 20 half-loops with inner and outer radii of R i = 1 mm

nd R o = 2 mm, respectively, was configured in a (20 mm × 84 mm)

iece of copper as shown in Fig. 2 . The channel had a

quare cross-section W = 1.075 ± 0.01 mm (measured with a Nikon

PIPHOT TME inverted microscope 100 × magnification setting,

230 pixels = 1 mm) and was smoothly joined on either side by

traight channel sections with a total length of 77 mm: see Fig. 2 .

he upper channel wall was fabricated from 12 mm-thick PVC.

herefore, the copper side and bottom walls of the serpentine

hannel were considered to be isothermal whereas the upper wall

as adiabatic. 

The measurements of pressure drop along the channel are ob-

ained via two pressure taps, which are placed on the upper wall

f an upstream reservoir and a downstream reservoir, using a wet-

et Validyne DP15-26 differential pressure transducer. The pres-

ure transducer utilised two different diaphragms to cover the full

orking range of 0 < �P < 200 kPa. The voltage output of each

f the diaphragms was periodically calibrated for the differential

ressure range of 0 < �P < 20 kPa and the other range of 0 < �P

 200 kPa using an MKS Baratron differential pressure transducer

nd both are accurate to ± 0.25% full scale. The pressure-drop

eading was electronically sampled by an analogue to digital con-

erter at 100 Hz for 60 s after reaching steady-state conditions (ap-

roximately 30 min per flow rate). Measurement of the pressure

n the reservoirs meant that issues related to hole-pressure error

ere minimised but resulted in any fluctuation information being

everely damped: thus our pressure-drop data is restricted to mean

alues. 



70 W.M. Abed et al. / Journal of Non-Newtonian Fluid Mechanics 231 (2016) 68–78 

Fig. 1. Schematic diagram of the experimental set up. 
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K-type thermocouples were positioned in the upstream reser-

voir and the downstream reservoir for measuring the tem-

perature of the fluid flowing before and after the serpentine

channel. Further, four K-type thermocouples were embedded at

axial locations along the side walls in both sides at a distance

of 1 mm from the wall of the serpentine channel to monitor the

wall temperature of the serpentine channel as shown in Fig. 2 (b).

The side walls and the bottom of the channel were made of cop-

per ( k Cu = 385 W/m K), therefore they are maintained at essen-

tially isothermal boundary conditions whereas the insulating prop-

erties of the PVC ( k PVC = 0.25 W/m K) ensured an adiabatic bound-

ary condition on the upper wall. The large thermal conductivity

of the copper ensured that, although the “wall” temperature was

actually measured 1 mm away, the error associated with this as-

sumption was very small. Additional temperature measurements

at 8 mm from the wall suggested that the “true” wall tempera-

ture (determined by extrapolation) agreed with the assumed value

to within 0.01 °C (see Table 2 for more details). The readings of

all these thermocouples were electronically recorded over a pe-

riod of 60 s at a frequency of 100 Hz once steady-state conditions

had been obtained. Measuring the temperature in the reservoirs

removed any issues regarding physically disturbing the flow in the

serpentine channel but, like the pressure-drop data, restricted the

data collection to mean values. The thermocouples, which had an

accuracy of approximately ± 1 °C, were calibrated against a mer-

cury thermometer of certified accuracy ( ± 0.1 °C) in the range 0 °C–

80 °C. The whole facility was placed in a Techne TE-10A water bath

continuously-stirred and maintained at a temperature of 30 °C to

achieve constant temperature boundary conditions to the copper

walls (in reality the measured wall temperature remained constant

to 30 ± 0.2 °C). Typical inlet temperatures were 22 ± 0.5 °C whilst

the outlet temperature varied depending on conditions between 24

and 30 °C . 

Executing a standard error analysis, the averaged values of un-

certainties for friction factor-Reynolds number product, fRe , and

Nusselt number, Nu , were conducted by following the same ap-

proach as adopted in Ref. [23] . The minimum and maximum un-

certainty values of fRe and Nu are provided in Table 3 for all work-

ing fluids. The greatest uncertainty in determining Nu came from

the measured temperatures of the walls and fluid at the inlet and

outlet serpentine channel (approximately 90% of the total error of
 r  
he averaged Nu ), whilst the flow rate and the serpentine channel

imensions contribute about 10% to the total error of the averaged

u . As will be shown, the agreement between the averaged Nu

rom the present experiments for Newtonian fluids and numerical

ata [23,24] (see Fig. 12 ) will suggest that these are conservative

stimates for the experimental uncertainty and, in reality, the un-

ertainty in the thermocouple values (and ultimately the averaged

u ) is lower than these values in Table 3 suggest. 

Finally we confirmed that any contributions from natural con-

ection in our set-up are expected to be negligible, with estimates

f typical Grashof numbers (i.e. the ratio of buoyancy to viscous

orces) being 10 −3 . Thus, buoyancy forces are essentially negligible

or all of the results shown here. 

. Working fluids preparation and rheological characteristics 

A high-molecular-weight polyacrylamide (PAA) (M w 

∼
.8 × 10 7 g/mole, Polysciences) was dissolved at different con-

entrations in two types of Newtonian solvents to produce two

roups of viscoelastic fluids [25] . The first type of Newtonian

olvent, which was a mixture of 10% distilled water and 90%

lycerine (1.26 relative density, ReAgent Chemical Services) by

eight (hereafter W/GLY mixture), was used to prepare shear-

hinning solutions. The second Newtonian solvent, which was an

queous solution of 65% sucrose (Biochemical grade, 190–192 °C
elting point, Sucrose ACROS Organics) and 1% sodium chloride

NaCl) in distilled water all by weight (hereafter W/SUC solu-

ion), was employed to prepare approximately constant-viscosity

lastic solutions, usually called Boger fluids [26] . Therefore, the

ffects of shear-thinning viscosity are investigated by dissolving

mall amounts of PAA in a W/GLY solvent whilst approximately

onstant-viscosity elastic liquids are studied by adding small

mounts of PAA to a W/SUC solvent. 

Three shear-thinning solutions containing 50 ppm, 100 ppm

nd 200 ppm concentration by weight of the PAA dissolved in the

queous glycerine mixture were prepared. These shear-thinning

olutions are henceforth referred to as 50-W/GLY, 100-W/GLY and

00-W/GLY, respectively. The Boger solutions were produced by

issolving 80 ppm, 120 ppm and 500 ppm concentration by weight

f the same polymer in the aqueous sucrose solution, are hereafter

eferred to as 80-W/SUC, 120-W/SUC and 500-W/SUC respectively.
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Fig. 2. Schematic diagram of the serpentine channel. 

Table 2 

The measurements of the wall temperature of the serpentine channel at two 

different positions within the wall. 

Water bath 

temperature 

( °C) 

Average 

temperature at 

1 mm from 

wall ( °C) 

Average 

temperature at 

8 mm from 

wall ( °C) 

Extrapolated 

internal surface 

temperature 

( °C) 

17.5 17.41 17.43 17.407 

29.5 29.34 29.42 29.330 

39.2 38.95 39.05 38.937 

T  

s

 

v  

A  

p  

t

Table 3 

Minimum and maximum uncertainty values of fRe and Nu . 

Working solutions fRe uncertainty Nu uncertainty 

Min. (%) Max. (%) Min. (%) Max. (%) 

W/GLY 2.73 6 .51 8 .01 9 .78 

50-W/GLY 2.88 7 .21 8 .37 10 .84 

100-W/GLY 3.42 10 .42 11 .65 13 .14 

200-W/GLY 4.04 16 .70 12 .98 16 .78 

W/SUC 2.77 4 .26 8 .17 9 .97 

80-W/SUC 2.96 5 .67 8 .96 11 .05 

120-W/SUC 3.25 14 .70 12 .23 13 .79 

500-W/SUC 4.55 16 .37 15 .01 19 .29 

 

r  

[

η

able 4 provides an overview of the composition of the studied

olutions. 

All rheological measurements for Newtonian (solvents) and

iscoelastic solutions were conducted using a TA Instruments

R10 0 0N controlled-stress rheometer with an acrylic cone-and-

late geometry (60 mm diameter, 2 ° cone angle) with an uncer-

ainty in viscosity of ± 2% [27] . 
The shear viscosity, η, for all viscoelastic solutions against shear

ate, ˙ γ , is illustrated in Fig. 3 at 20 °C. The Carreau–Yasuda model

28] was adopted to fit the experimental viscosity data: 

CY = η∞ 

+ 

( ηo − η∞ 

) [
1 + ( ˙ γCY ) 

a 
]n/a 

(1) 
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Table 4 

An overview of the working fluids. 

Working solutions PAA concentration Solvent ( X +H 2 O) NaCl 

ppm X % % 

W/GLY – Glycerine 90 –

50-W/GLY 50 Glycerine 90 –

100-W/GLY 100 Glycerine 90 –

200-W/GLY 200 Glycerine 90 –

W/SUC – Sucrose 65 1 

80-W/SUC 80 Sucrose 65 1 

120-W/SUC 120 Sucrose 65 1 

500-W/SUC 500 Sucrose 65 1 

Fig. 3. Shear-viscosity versus shear rate for PAA-W/GLY and PAA-W/SUC solutions. 

Black lines are Carreau–Yasuda fits [28] with parameters shown in Table 5 . 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 4. Extrapolated zero-shear viscosity versus polymer concentration for PAA- 

W/GLY and PAA-W/SUC solutions. 

Fig. 5. Relaxation time obtained from small amplitude oscillatory shear stress mea- 

surements for PAA-W/GLY and PAA-W/SUC solutions. 
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where, ηo , η∞ 

are zero-shear-rate viscosity and infinite-shear-rate

viscosity, respectively, λCY is a constant that represents the inverse

shear rate at the onset of shear-thinning, a is a fitting parameter

introduced by Yasuda et al. [28] and n is a power law index. All

fitting parameters for the Carreau–Yasuda model, which are tab-

ulated in Table 5 , have been determined using the least-squares-

fitting method outlined in Escudier et al. [27] . Fig. 3 shows that

both viscoelastic solutions exhibit shear-rate dependent viscosity.

However, the PAA-W/GLY solutions possess significantly greater

shear-thinning effects than the PAA-W/SUC solutions. 

The critical overlap concentration, c ∗, which corresponds to the

approximate concentration when the polymer coils in solution be-

gin to overlap with each other [29,30] , has been determined by

plotting in log–log form the zero-shear viscosity, ηo , versus a wide

range of PAA concentrations as shown in Fig. 4 . Therefore, the vis-

coelastic solutions can be characterised as dilute solutions ( c < c ∗)

or semi-dilute solutions ( c > c ∗) depending on the value of c ∗. As

can be seen from Fig. 4 , the critical overlap concentration for the

shear-thinning solutions over a range of fourteen concentrations

from 15 ppm to 30 0 0 ppm (w/w) is approximately 325 ppm whilst

for the Boger solutions over a range of eleven concentrations from

25 ppm to 1500 ppm (w/w), it is around 450 ppm at 20 °C. Con-

centrations of working fluids for both shear-thinning solutions and

Boger solutions can be regarded as dilute solutions with the ex-

ception of 500-W/SUC, which can be considered as a semi-dilute

solution ( c / c ∗ ∼ 1.1). The non-dimensional concentration, c / c ∗, for

all working fluids are provided in Table 5. 
Small amplitude oscillatory shear stress (SAOS) tests were used

o measure the storage modulus, G 

′ , which measures the energy

f elastic storage and the state of the structured materials, and

he loss modulus, G 

′ ′ , which represents viscous dissipation or loss

f energy. Therefore, for Newtonian fluids (or any inelastic flu-

ds) the relaxation time, λ, is equal to zero and this leads to

 

′ = 0 and G 

′ ′ = μω, where ω is the angular velocity (rad/s). A fre-

uency sweep is carried out within the linear viscoelastic region

such that the oscillation frequency is changed while the oscilla-

ory shear stress is kept constant at a low value such that the re-

ults are independent of the precise stress value applied). Fig. 5

hows the frequency/shear-rate dependent polymer relaxation time

 λ= G 

′ / G 

′ ′ ω) from the measurements of SAOS for all working solu-

ions at 20 °C. The values of the longest relaxation time, λo , which

re estimated in the limit of the angular velocity approaching to

ero, are also summarised in Table 5 for all working fluids. More-

ver, an additional procedure has also been carried out to estimate
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Table 5 

Rheological properties for all working fluids. (All data at 20 °C). 

Working solutions ηo (Pa s) η∞ (Pa s) λCY (s) a (Dimensionless) n (Dimensionless) c / c ∗ (Dimensionless) λo (s) λ̄Maxwell (s) λZimm (s) 

W/GLY 0.208 – – – – – – – –

50-W/GLY 1.145 0.220 19.517 1.372 0.501 0.154 1.25 1.22 2.5 

100-W/GLY 2.221 0.253 22.122 1.763 0.595 0.307 2.11 2.24 2.5 

200-W/GLY 3.487 0.304 25.399 1.205 0.647 0.615 5.64 5.49 2.5 

W/SUC 0.160 – – – – – – – –

80-W/SUC 0.253 0.186 0.564 0.364 0.421 0.178 1.12 0.87 1.4 

120-W/SUC 0.369 0.261 0.490 0.434 0.645 0.267 1.71 1.63 1.4 

500-W/SUC 0.769 0.348 1.238 0.274 0.490 1.111 4.03 3.87 1.4 
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Fig. 6. First normal-stress difference against shear rate for PAA-W/GLY and PAA- 

W/SUC solutions. Solid lines represent a power-law fit to the normal-stress data. 
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a  
he mode-averaged longest relaxation time by applying the exper-

mental data of the storage and loss modulus within a multimode

axwell model fit [25,31] i.e. λ̄Maxwell = 

∑ n 
i λi ηi / 

∑ n 
i ηi where λi 

re the relaxation modes and ηi the viscous modes (typically three

odes were required for a satisfactory fit). 

The estimated values of the longest relaxation time for the se-

ected viscoelastic solutions are listed in Table 5 and it can be seen

hat they are very similar to λo . The relaxation time of a dilute

olymeric solution can also be evaluated according to Zimm’s the-

ry as [32] : 

Zimm 

= F 
[ η] M w 

ηs 

N A k B T 
(2) 

here N A is the Avogadro’s constant, k B is the Boltzmann’s con-

tant, T is the absolute temperature, M w 

is the molecular weight

f polymer, ηs is the solvent viscosity and [ η] the intrinsic vis-

osity which can be estimated as [ η] ∼ 1/ c ∗ [33] to be 3077

nd 2222 ml/g for PAA-W/GLY and PAA-W/SUC, respectively, using

he experimentally-determined values of critical overlap concentra-

ion. The prefactor F is defined by the Riemann Zeta relationship

33,34] to be F = 

1 ∑ ∞ 

i =1 ( 
1 

i 3 υ
) 

≈ 0 . 5313 , where υ is the solvent qual-

ty parameter which can be obtained for a good solvent from the

xponent in the Mark-Houwink correlation [ η] = KM 

( 3 υ−1 ) 
w 

to yield

( 3 υ − 1 ) = 0 . 8 ⇒ υ = 0 . 6 where, K is equal to 4.9 × 10 −3 with

ntrinsic viscosity in units of (ml/g) and (3 υ−1) is equal to 0.8

n water [35] . Therefore, the estimated relaxation times for PAA-

/GLY and PAA- W/SUC are 2.5 s and 1.4 s, respectively. The theo-

etical Zimm relaxation times obtained can be compared to those

etermined from the SAOS measured in the cone-and-plate rota-

ional rheometer (see Table 5 ), showing good agreement. 

Fig. 6 shows experimental results of the first normal-stress dif-

erence, N 1 ( ≡ τ xx – τ yy ) for polymeric solutions at the concentra-

ions used for the convective heat transfer experiments. The data

f the first normal-stress difference was fitted with a power-law

the solid lines in Fig. 6 ) between shear rates ˙ γ > 10 (1/s) be-

ause of the limited experimental resolution (below the sensitiv-

ty of the rheometer) and the shear rates ˙ γ < 200 (1/s), above

hich the shear flow became unstable owing to viscoelastic insta-

ilities . Data were obtained with 20 s of equilibration time at each

alue of shear rate and over several trials (at least four runs for

ach sample). The temperature was kept constant at 20 °C by us-

ng a Peltier plate to set the temperature of the solution sample to

ithin ± 0.1 °C. The first normal-stress difference can be estimated

rom the total normal force for a cone-and-plate geometry using

36] , 

 1 = 

2 F 

πR 

2 
(3) 

here F is the total normal force (N) and R is the cone radius (m).

he experimental values of normal force for all viscoelastic solu-

ions may be slightly lower than the true values because of in-

rtia effects, which is known as the ‘ negative normal stress effect ’

31] and was corrected by adding the inertial contributions using
36] , 

F = 

3 πρω 

2 R 

4 

40 

(4) 

here �F is the difference in the normal force owing to inertia

N), ρ is the density of the sample and ω is the angular velocity

rad/s). A density meter (Anton Paar DMA 35 N) with a quoted pre-

ision of 0.001 g/cm 

3 was utilised for evaluating the density of the

orking fluids. 

Differential scanning calorimetry (DSC) – Model V24.11 DSC

20 0 0, TA Instruments, USA – was used to measure the specific

eat capacity by the modulated method to obtain a measurement

f heat capacity for all selected viscoelastic solutions. The DSC was

ully computer-controlled with rapid energy compensation and

quipped with automatic data analysis software to calculate heat

apacity from the heat flow data. Accuracy and reproducibility

f heat capacity measurements on the DSC were first validated

ith the standard samples of sapphire, which are run under

he same conditions that are subsequently used for all samples.

he inset of Fig. 7 shows the experimental results of a sapphire

ample (sample mass = 22.6 mg and heating rate 2 °C/min.) in the

ange from 742.1 to 874.2 J/kg °C together with standard sapphire

ata [37] for temperatures from 10 to 83.3 °C. Comparison with

tandard sapphire data illustrates that the accuracy of the exper-

mental sapphire measurements was within 0.5%. Fig. 7 displays

he experimental specific heat capacity results for both PAA-W/GLY

nd PAA-W/SUC solutions in the range of temperatures between

0 and 83.3 °C. The data representation has been plotted as an

verage from at least three runs for each sample. The experimental
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results indicate that the specific heat capacities increase gradually

with increasing temperature for all viscoelastic solutions. However,

the specific heat capacities of PAA-W/SUC solutions are slightly

greater than the values of PAA-W/GLY solutions over the entire

temperature range. The data in Fig. 7 shows that there is a slight

effect from the different polymer concentrations in the chosen

viscoelastic solutions on the values of specific heat capacity but

no clear trends are apparent and the differences are within the re-

peatability of the technique for identical fluids. Thus we conclude,

for the fluids used here, the addition of polymers to a Newtonian

solvent does not alter its specific heat capacity in agreement with

previous studies in the literature [38] . 

The thermal conductivity of the samples W/GLY, 200-W/GLY,

W/SUC and 500-W/SUC has been measured using the Fox-50 de-

vice, which is a commercial instrument manufactured by Laser-

Comp Thermal Conductivity Instrument. Measurements of the ther-

mal conductivity are taken from the thermal contact resistance via

the guarded heat flow meter technique. Pyrex was selected to cali-

brate the Fox-50 device because it is close to the expected value of

the thermal conductivities. The experiments were conducted with

a temperature difference between the hot and cold plates at 10 °C
at two different mean temperatures (10 °C and 40 °C). The average

values of the thermal conductivity (at least three runs for each

sample) for the selected samples were then determined. The re-

sults suggest that the addition of small amounts of polymers has a

negligible effect on the values of the thermal conductivities as any
Table 6 

Thermal properties for all working fluids. 

Working 

solutions 

ρ (kg/m 

3 ) C (J/kg K) 

Measured Ref. 

W/GLY 1233 2477 –

50-W/GLY 1234 2492 –

100-W/GLY 1236 2496 –

200-W/GLY 1237 2454 –

W/SUC 1311 2606 2655 [42] 

80-W/SUC 1315 2561 –

120-W/SUC 1315 2538 –

500-W/SUC 1318 2611 –
mall variation in the results is within the uncertainty and repeata-

ility of the measurement ( ±10%). Therefore, the current results

re consistent with the results of Lee et al. [39] , who demonstrated

hat the addition of polymer up to 10,0 0 0 ppm (w/w) to Newto-

ian solvents does not change values of thermal conductivity for

hese resulting solutions. Therefore, it is possible to use the ther-

al conductivity values of aqueous glycerine solutions [40] for all

AA-W/GLY solutions and sucrose solution values [41,42] for PAA-

/SUC solutions (see data in Table 6 ). We note here, that although

he negligible effect of dilute polymers on the specific heat capac-

ty and thermal conductivity is in good agreement with the preva-

ent view in the literature [38] , these results are in marked con-

tant to the recent results of Traore et al. [22] where significant

ifferences in the thermal diffusivity are reported for similar solu-

ions to one of those used here (W/SUC). 

Finally to estimate the activation energy for each of the two

olvents we measured the viscosity across the temperature range

sed in the experiments (20–30 °C, 293–303 K) and fitted an ex-

onential Arrhenius-type fit to the data. Doing so gives an esti-

ation of the activation energy of 1710 kJ/kg for the glycerol sol-

ent and 1300 kJ/kg for the sucrose solvent indicating a stronger

emperature-dependence for the glycerol-based fluids. 

. Results and discussion 

The experimental measurements of steady-state pressure drop,

P , for all working fluids acquired along the serpentine chan-

el between an upstream reservoir and a downstream reservoir

or a range of flow rates between 0.2 ml/min and 24.8 ml/min are

resented in Fig. 8 . The pressure-drops for the Newtonian fluids

xhibit a linear increase across the whole range of flow rates.

ig. 9 shows the Darcy friction factor, f (≡ 2�P W/ (ρLU 

2 
B ) , where

 B is a bulk flow velocity, W and L are the depth and path-

ength of the square serpentine channel, respectively) versus Re ( ≡
U B W / ηCH , where ηCH is the characteristic shear-viscosity, which

as obtained at a characteristic shear rate, ˙ γCH ( ≡U B / W ) from the

arreau–Yasuda model fit [28] to the steady-shear viscosity mea-

urements at the mean film temperature equal to ( T m,i +T m,o )/2,

here T m,i and T m,o denote the mean (bulk) fluid temperature at

he inlet and outlet reservoirs, respectively) for all working flu-

ds. The experimental measurements of friction factor were mea-

ured when the upper wall of the serpentine channel was insu-

ated and the side walls were maintained at constant temperature.

ig. 9 indicates that the values of friction factor for Newtonian

uids (W/GLY and W/SUC) collapse with the theoretical (Darcy)

quation ( f = 57/ Re , for straight square cross-section ducts [43] )

or fully-developed isothermal laminar flow ( Re = 0.2–5.7) where

he friction factor values decline linearly with Re on a log–log

lot. Although secondary flow may be generated due to the com-

ination of large axial normal stresses with streamline curvature

e.g., as in the classical paper of Dean [44] ), we find here that

he Newtonian fluid flow behaves essentially as flow in a straight
K (W/mK) Pr (Dimensionless) 

Measured Ref. 

0.305 0.3015 [40] 1296 

– – 1379 

– – 1829 

0.285 – 2601 

0.368 0.402 [41] 772 

– – 1086 

– – 1253 

0.365 – 1979 
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Fig. 8. Pressure-drop measurements versus flow rate for PAA-W/GLY and PAA- 

W/SUC solutions. 

Fig. 9. Darcy friction factor, f , versus Reynolds number, Re , for PAA-W/GLY and PAA- 

W/SUC solutions. 
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Fig. 10. Normalised friction factor-Reynolds number product, fRe , versus Weis- 

senberg number for PAA-W/GLY and PAA-W/SUC solutions. 
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hannel even within the serpentine channel owing to the domi-

ance of the viscous forces, which suppress the formation of sec-

ndary flow [23] (Dean’s vortices [44] ). The maximum deviation

etween the measured values of friction factor and the well-known

arcy’s formula is within ± 7.6%. Therefore, experiments with New-

onian fluids emphasised the validity of the present experimen-

al techniques and measuring system. In contrast, the friction fac-

or values for viscoelastic solutions, which were selected to under-

tand elastic turbulence effects on heat transfer in the serpentine

hannel, are also shown in Fig. 9 . The measured values of friction

actor for these viscoelastic solutions demonstrate a significant in-

rease compared with the Newtonian solution over the same range

f Re . In the viscoelastic fluid flow (even with very low Re ) a sec-

ndary flow may develop due to the combination of a first normal-

tress difference and streamline curvature [45] . However, the large

ncreases in the non-dimensional pressure drop for the viscoelas-
ic solutions are probably attributable to the appearance of “elastic

urbulence ” above a certain flowrate (see e.g. data in Table 1 ). 

The friction factor-Reynolds number product – essentially the

ressure-drop normalised by a viscous stress – is shown in Fig. 10

s a function of Wi ≡λo ˙ γCH , where λo is the longest relaxation

ime, which was evaluated at the mean film temperature. The

alues of fRe , normalised by fRe for laminar fully-developed New-

onian fluid flow in a straight square duct ( fRe = 57), rise rapidly

nitially with increasing Wi before levelling off. From previous

ublications [3,6–8,45,46] , it is known that, creeping flows of vis-

oelastic solutions ( Re → 0) through a serpentine channel develop

rstly at low Wi to a steady secondary flow [45] before the onset

f a purely-elastic instability, which leads eventually to oscillatory

ime-dependent flow at Wi of order one for constant-viscosity

uids ( Wi ∼ 3.2 [3] , 1.4–3.5 [6] ). Beyond this first purely-elastic in-

tability, the flow becomes increasingly complex and then develops

o elastic turbulence, which is observed beyond Wi > 6.7 [3] , 10

6] , 7.5–15 [7] . Fig. 10 shows that for Wi < 5 the pressure drop is

imilar to that for a Newtonian fluid. With increasing Weissenberg

umber (5 < Wi < 25) the purely-elastic instability develops and

eads to an increase in the normalised pressure-drop. The increase

n the normalised pressure-drop values for all viscoelastic solu-

ions beyond Wi ≈ 25 are much greater than the Newtonian limit,

uggesting that the complexity of the elastic instabilities increase

ith increasing Wi [21] . The highest non-dimensional values of

ressure-drop in terms of normalised fRe increase approximately

rom 1.86 for 50-W/GLY to 4.67 for 200-W/GLY for shear-thinning

olutions meanwhile for Boger solutions they range from 1.48 for

0-W/SUC to 4.82 for 500-W/SUC. 

Measurements of the temperature difference between outlet

nd inlet ( T m,o - T m,i ) for viscoelastic solutions (shear-thinning and

oger solutions) versus Wi are shown in Fig. 11 . The temperature

f fluid in the inlet and outlet represent, in fact, the average fluid

emperature in the reservoirs of the upstream and downstream

f the serpentine channel. As can be seen in Fig. 11 , the temper-

ture difference decreases progressively with increasing Wi as a

onsequence of the reduced residence time in the channel. The ef-

ect of elastic turbulence on enhancing the heat transfer can most

eadily be seen for the higher concentration solutions (e.g. 200-

/GLY and 500- W/SUC) where the temperature increase remains

pproximately constant (approximately 8 °C) despite this reduced

esidence time. 
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Fig. 11. Temperature difference measurements between outlet and inlet, T m,o - T m,i , 

versus Weissenberg number, Wi , for viscoelastic solutions (shear-thinning and Boger 

solutions). 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 12. Mean Nusselt number, Nu , versus Graetz number, Gz , for PAA-W/GLY and 

PAA-W/SUC solutions. 

Fig. 13. Normalised Mean Nusselt number, Nu , versus Weissenberg number, Wi , for 

PAA-W/GLY and PAA-W/SUC solutions. 
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The enhancement of heat transfer by elastic turbulence can be

more fully quantified via the estimation of mean Nusselt number,

Nu , which represents the ratio of convective heat transfer to purely

conductive heat transfer between a moving fluid and a solid sur-

face [43] , defined as, 

Nu = 

˙ m CW 

k A s 

( T m,o − T m,i ) 

�T lm 

(5)

where ṁ denotes the mass flow rate, k and C represent the ther-

mal conductivity and specific heat capacity of the fluid, respec-

tively. A s is the heated surface area of the square serpentine chan-

nel ( = 458 mm 

2 ). �T lm 

is the log-mean temperature difference and is

defined as [43] : 

�T lm 

= 

( ( T w 

− T m,o ) − ( T w 

− T m,i ) ) 

ln 

[ 
( T w −T m,o ) 

( T w −T m,i ) 

] (6)

where T w 

is the channel wall temperature. 

The mean Nu values for Newtonian solutions (W/GLY and

W/SUC) and viscoelastic solutions (shear-thinning and Boger solu-

tions) against Graetz number, Gz ( ≡W/L.Re.Pr , where Pr ( ≡C ηCH / k )

is Prandtl number where the averaged values of Prandtl number at

the mean film temperature for all working solutions are listed in

Table 6 ), are shown in Fig. 12 . The averaged Nu for Newtonian fluid

flow collapses to the numerical predictions [24] for a thermally-

developing laminar flow through a straight square duct under the

condition of constant wall temperature. The curvature of the ser-

pentine channel has apparently little impact for Newtonian fluid

flows at such low Gz (up to 14.6). On the other hand, there is a

significant increase of the Nu for all viscoelastic solutions. It is ex-

pected that this enhancement of heat transfer is due to elastic tur-

bulence [3,5–8] , which apparently evolves in the flow and results

in enhanced mixing [2,5] . Elastic turbulence generated in the flow

of viscoelastic solutions is shown to augment the convective heat

transfer in the serpentine microchannel by approximately 200% for

50-W/GLY and 80-W/SUC and reaches up to 380% for 200-W/GLY

and 500-W/SUC under creeping-flow conditions in comparison to

that achieved by the equivalent Newtonian fluid flow at identical

Graetz number. 

The Nu data, normalised by the equivalent Nu for a Newto-

nian fluid in a square duct, is presented against Wi in Fig. 13 .
ig. 13 shows that the behaviour of viscoelastic flow is essentially

ewtonian at very low Wi ( < 25), and the flow here can be consid-

red to be quasi -viscometric as the secondary flow does not appear

o effect Nu much. Beyond a critical Weissenberg number, Wi c ≈
5 [3,6,7] , the flow undergoes a purely-elastic instability. With in-

reasing Wi , the viscoelastic flow evolves to fully-developed “elas-

ic turbulence ” [3–8] . Thus, we posit that, the increase in convective

eat transfer here is due to the influence of such elastic turbulence,

hich is created by the non-linear interaction between elastic

tresses generated within the polymeric solutions and the stream-

ine curvature of the serpentine geometry [3–8] . From Fig. 13 , there

s an excellent overlap of the data for all dilute viscoelastic so-

utions showing an enhancement in convective heat transfer with

ncreasing Wi . However, the normalised values of Nu for the semi-

ilute viscoelastic solution (500-W/SUC) increase more sharply

gainst Wi than the dilute solutions. Shear-thinning influences may

e significant because of the large shear rates encountered in this
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Fig. 14. Normalised Mean Nusselt number, Nu , versus modified Weissenberg num- 

ber, Wi ∗ , for PAA-W/GLY and PAA-W/SUC solutions. 
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icro-scale flow as might thermal development effects. Therefore,

ig. 14 illustrates the relation between the normalised Nu and

odified Weissenberg number, Wi ∗, which we define as: 

 i ∗ = 

(
W 

L 

)
Pr W i. (7) 

The modified Weissenberg number, which represents the ratio

f elastic stress to thermal diffusion stress, combines geometric di-

ensions (depth, W , and path-length, L , of the square serpentine

hannel), Prandtl number ( Pr ) and Weissenberg number ( Wi ) to

escribe the convective heat transfer under thermally-developing

onditions. It is worthwhile to note that the momentum diffusivity

or all viscoelastic solutions is much greater than the thermal dif-

usivity, such that Pr >> 1. The experimental results in Fig. 14 show

hat Boger solutions can enhance convective heat transfer over

 Wi ∗ range of approximately between 250 and 750. While, the

hear-thinning solutions need a wide range of Wi ∗ to enhance con-

ective heat transfer from around 500 to 3250. Essentially, the re-

ults are indicating that the mean Nusselt number is a function of

oth Wi ∗ and the degree of shear-thinning of the fluids. Generally,

he findings in Fig. 14 are consistent for each viscoelastic solution

roup depending on the rheological characteristics and thermal

roperties. Overall the collapse against the classical Wi ( Fig. 13 ) is

etter, especially for dilute solutions. 

Differences between the constant viscosity and shear-thinning

olutions both in the pressure-drop data ( Fig. 10 ) and in the heat

ransfer data ( Figs. 13 and 14) may be due to a number of differ-

nt reasons. Firstly we have used the longest relaxation time, de-

ermined from small amplitude oscillatory shear data in the limit

f low frequency, at the mean film temperature to determine the

eissenberg number. As the data in Fig. 5 shows, however, the

elaxation time exhibits frequency/rate dependence and a charac-

eristic relaxation time – determined at the mean wall shear rate

or example – might offer better collapse of the data. One method

o determine such a rate-dependent relaxation time in the non-

inear regime is to use first normal-stress difference data as shown

n Fig. 6 . Unfortunately our attempts to replot the data using this

ata did not prove successful, most probably as a consequence

f the large uncertainty associated with measurements of N 1 for

uch low concentration fluids. A secondary reason for the differ-

nces may be due to the estimate of the viscous stress within the

ow which we estimated as a characteristic shear rate ( U / W ) mul-
iplied by a characteristic viscosity determined at the same shear

ate (at the mean film temperature). The use of a simple charac-

eristic shear rate is clearly a simplification as the shear-thinning

uids will have flatter velocity profiles in the laminar regime –

nd hence higher wall shear rates – and the mean film temper-

ture is only a first order correction. We note also that the relax-

tion time exhibited different tem perature and shear-rate depen-

ence for each of the two fluid types (e.g. constant-viscosity or

hear thinning). The activation energy estimates for the two sol-

ents also suggest that the glycerine-based (shear-thinning) solu-

ions are likely to exhibit greater temperature dependence adding

urther complication to any attempt to collapse the data onto a

ingle curve. Additionally, a conventional “dimensional analysis”

pproach to the problem would suggest extra dependency with

n additional dimensionless group for the shear-thinning fluids

e.g. the n parameter of the Carreau–Yasuda model provided in

able 5 ). Even the onset of the first purely-elastic instability has

ecently been shown to be affected by shear-thinning, such that

ata collapse cannot solely be achieved based on a Weissenberg

umber alone once shear-thinning becomes significant [47] . Given

ll of the above issues, the reasonable collapse found against one

ingle dimensionless group, either Wi or Wi ∗, for the six different

uids is perhaps not unreasonable. 

. Conclusion 

Convective heat transfer and pressure-drop measurements were

uantitatively measured using two groups of viscoelastic flu-

ds, namely shear-thinning solutions and approximately constant-

iscosity Boger solutions. The thermal boundary conditions were

uch that the upper wall of the serpentine channel was insu-

ated (adiabatic) and the side walls were maintained at constant

emperature. The normalised values of non-dimensional pressure

rop in terms of fRe – essentially the pressure-drop normalised

y a viscous stress – for the highly-elastic viscoelastic solutions

both shear-thinning and Boger solutions) increase monotonically

ith increasing Wi and were significantly higher than the Newto-

ian limit which we attribute to the appearance of so-called “elas-

ic turbulence ” at high Wi . The elastic turbulence is generated by

he non-linear interaction between elastic normal stresses created

ithin the flowing high-molecular-weight polymer solutions and

he streamline curvature of the serpentine channel. The elastic tur-

ulence created in the flow of these viscoelastic solutions is able

o boost the heat transfer by approximately 200% for low poly-

er concentrations (50-W/GLY and 80-W/SUC) and reaches up to

n increase of 380% for high polymer concentrations (200-W/GLY

nd 500-W/SUC) whilst keeping the Graetz number sufficiently low

uch that inertia is essentially negligible. A modified Weissenberg

umber, defined as the ratio of elastic stress to thermal diffusion

tress, is able to approximately collapse the normalised data of

ean Nusselt number for each viscoelastic solution group. We sug-

est that elastic turbulence is therefore a method which can be

mployed to enhance convective heat transfer and to boost micro-

ixing technologies in practical micro-scale applications. 
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