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Soluble additives are widely used to control crystallization, leading to definition of properties including size, morphology, polymorph 
and composition.  However, due to the number of potential variables in these experiments, it is typically extremely difficult to identify 
reaction conditions – as defined by solution compositions, temperatures and combinations of additives – that give the desired product.  
This article introduces a high-throughput methodology which addresses this challenge and enables the streamlined preparation and 
characterization of crystalline materials.  Using calcium carbonate precipitated in the presence of selected amino acids as a model 
system, we use well plates as micro-volume crystallizers, and an accurate liquid-handling pipetting workstation for sample prepara-
tion.  Following changes in the solution turbidity using a plate reader delivers information about the reaction kinetics, while semi-
automated scanning electron microscopy, powder XRD and Raman microscopy provide structural information about the library of 
crystalline products.  Of particular interest for the CaCO3 system is the development of fluorescence-based protocols which rapidly 
evaluate the amounts of the additives occluded within the crystals.  Together, these methods provide a strategy for efficiently screen-
ing a broad reaction space, where this can both accelerate the ability to generate crystalline materials with target properties, and 
develop our understanding of additive-directed crystallization. 

INTRODUCTION 
The development of methods to control crystallization 

processes is of great importance to a vast number of natural and 
technological processes. These range from the production of 
pharmaceuticals, nanomaterials, ceramics and biomaterials, to 
environmental processes including weathering and carbon-
capture, to the prevention of unwanted crystallization in the 
form of scale or pathological mineralization such as kidney 
stones.  One of the most important strategies employed to 
achieve this goal is the use of soluble additives; where these 
provide an experimentally straightforward means of defining 
features including polymorph, morphology, size and size 
distribution.1-3  There is no better demonstration of the power of 
this approach than biomineralization, where the manipulation 
of inorganic materials by organic molecules is central to the 
ability of organisms to form structures such as bones, teeth and 
seashells.4-6  This strategy enables nature to gain enviable 
control over features such as polymorph and morphology, and 
occlusion of macromolecules within the crystal lattice can lead 
to crystals with superior mechanical properties7 and modified 
textures.8, 9 

Inspired by biomineralization processes, a wide range of 
organic additives, including biomacromolecules, block 
copolymers and small organic species, have been explored to 
control the precipitation of inorganic crystals.1  These additives 
can also become incorporated within the crystal lattice,10-14 
where this is recognized not only for the introduction of 
impurities into crystals,15-17 but has also been used to enhance 
the mechanical properties of calcite,13, 18 to change the bandgap 
of ZnO,19 and to endow the host crystal with new properties, 

such as color, fluorescence or magnetism.20-23  Understanding 
the mechanisms of additive occlusion, and the structure/ 
property relationships of the product doped crystals, however, 
relies upon the ability to quantify the amount of additives 
occluded under different growth conditions. This has been well-
studied for atomic occlusions (such as inorganic ions) which are 
readily quantified using techniques including atomic 
absorption,24 EXAFS,25, 26 or EPR.27, 28  Particulate additives can 
also be easily visualized using electron microscopy or atomic 
force microscopy29 and quantified with thermal analysis.18, 21, 22, 

30, 31  The quantification of occluded small organic molecules 
remains more challenging, however,13, 14, 19 unless they have a 
key signature such as fluorescence. 

The ultimate goal of additive-directed crystallization is 
undoubtedly to be able to pre-select additives and experimental 
conditions to give a desired product.  Due to limitations in our 
understanding of crystal nucleation and growth processes, 
however, this remains impossible in most cases and 
identification of reaction conditions and additives that give the 
desired product is typically achieved by performing a huge 
number of experiments comprising different solution 
conditions, concentrations and even combinations of 
additives.32  In the work described here, we address this issue 
by developing a high-throughput method to study the influence 
of organic additives on the precipitation of inorganic crystals.  
Such combinatorial approaches enable the rapid evaluation of a 
wide reaction space and are well-suited to crystallization 
studies.  They have been used in both the pharmaceutical 
industry,33 and for protein crystallization trials,34, 35 and are also 
attracting increasing interest from the  
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Figure 1: Overview of high-throughput methodology. Schematic diagram showing the high throughput experimental process and equip-
ment employed to precipitate calcite in the presence of amino acids, quantify amino acid incorporation in amino acid/calcite crystals, under-
take kinetic analysis based on turbidimetic measurements, and perform morphological and structural characterisation of the crystals. A gen-
eral equation for the reaction is also given, where the additives are Asp, Glu, Asn or Val. 

 

 
Figure 2: Experimental design. Well plate ‘map’ showing the experimental design of the plates used for kinetics (a) and Raman, SEM and 
pXRD (b) studies.  The different colours correspond to the different amino acids in solution (Asp = black, Glu = blue, Asn = red, Val = pink 
and no amino acid (control) = grey).  In (b), each 4 x 4 array per amino acid contains the same [Ca2+] and [amino acid]/ [Ca2+] values as 
shown in the detailed diagram on the left, where the numbers with a red background correspond to [amino acid]/ [Ca2+] number with a blue 
background correspond to [Ca2+]. 

perspective of materials discovery,36, 37 where they have been 
shown to be well-suited to the identification and optimization 
of inorganic thin films for applications such as catalysis.38, 

39Using calcium carbonate precipitated in the presence of amino 
acids (Asp, Glu, Asn and Val) as a model system, we have de-
veloped high throughput methods which enable us to precipitate 
crystals under a wide range of experimental conditions, to ana-
lyse the kinetics of the precipitation process using turbidimetry, 
and to determine the properties of the product crystals using 
electron microscopy, Raman spectroscopy and powder XRD.  
In particular, we have established protocols based on fluorime-
try to rapidly evaluate the amounts of the additives occluded 
within the crystals, where this facilitates a detailed investigation 
of the dependency of occlusion on the solution conditions.  
These methods offer high reproducibility, require small quanti-
ties of reagents and are labor efficient; they are ideally suited to 
this type of study.  By enabling the efficient evaluation of a wide 

parameter space these methods open the door to the characteri-
zation of a wide range of additive/ crystal systems, where re-
searchers can adapt the methodology and “mix and match” 
characterization techniques appropriate to their crystal systems 
and the specific information they wish to obtain.  Such ap-
proaches can help develop our understanding of additive-di-
rected crystallization and the structure/ property relationships of 
the crystals. 

RESULTS 
Overview and Experimental Design:  Calcite growth in the 

presence of the amino acids aspartic acid (Asp), glutamic acid 
(Glu), asparagine (Asn) and valine (Val) was selected for study 
as although it is recognized that calcite can effectively occlude 
some amino acids,13, 14 the influence of the experimental 
conditions on incorporation is poorly documented.  This system 
is also amenable to study by a wide range of characterization 
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techniques that can be employed using a high-throughput 
approach.  Figure 1 and Figure S1 provide schematic diagrams 
of the sample generation and characterization methods 
employed in this study.  A range of strategies for high-
throughput sample preparation were developed to enable 
characterization of the reaction kinetics of CaCO3 precipitation 
in the presence of the different amino acids, and the product 
materials.  Properties determined include the mass precipitated, 
the polymorphs produced (using powder XRD (pXRD) and 
Raman microscopy), the size and morphologies of the particles 
as determined by scanning electron microscopy (SEM) and the 
amounts of amino acids incorporated, as achieved using 
fluorescence spectroscopy.  The crystallization reactions were 
carried out within 96-well plates, and each well was loaded with 
accurate volumes of aqueous solutions using a liquid handling 
pipetting workstation (Hamilton Microlab STAR).  This 
enabled up to 96 experiments to be performed simultaneously, 
using the same stock solutions and laboratory conditions (e.g. 
temperature).  

An extensive description of the experimental methods and 
sample preparation protocols for each of the characterization 
techniques employed is provided in the Supporting Information.  
Briefly, experiments were designed to determine the 3-way 
relationship between the [Ca2+], the [amino acid]/[Ca2+] ratio 
and the property under investigation.  Values of [Ca2+] = [CO3

2-

] = 3.5, 5, 7.5 and 10 mM and [amino acid]/[Ca2+] = 0, 0.3, 0.6, 
0.9 and 1.5 were employed, giving 20 experiments per amino 
acid, with the exception of the kinetic studies, where only 
concentrations of [Ca2+] = [CO3

2-] = 10 mM were examined 
(providing 5 experiments per amino acid).  In all cases, well 
plates were charged with DI water, followed by aqueous 
solutions of CaCl2 and amino acid, and finally an aqueous 
solution of Na2CO3 in order to initiate the reaction.  
Crystallization was then allowed to proceed over 2 days prior to 
protocol-specific post reaction treatment and characterization, 
with the exception of the kinetic studies, where characterization 
and reaction initiation were performed simultaneously.  

Experiments were planned and designed using well plate 
‘maps’ which were tailored to the requirements of each 
characterization technique. Examples of the experimental maps 
used for the kinetics and SEM/Raman/pXRD analysis are 
shown in Figure 2.  For the kinetic studies, wells were allocated 
for [amino acid]/[Ca2+] = 0 in column 1, while columns 2 and 3 
were divided into 4 equal sections of 4 wells to accommodate 
all of the [amino acid]/[Ca2+] values under investigation (Figure 
2a).  These experimental conditions were repeated across the 
entire well plate to provide five repeats of each experiment.  For 
samples for analysis by SEM, Raman and pXRD, Rows A-D of 
column 1 corresponded to [amino acid]/[Ca2+] = 0 for [Ca2+] = 
[CO3

2-] = 3.5, 5, 7.5 and 10 mM respectively.  4´4 grids for all 
[Ca2+] = [CO3

2-] = 3.5, 5, 7.5 and 10 mM and [amino acid]/[Ca2+] 
= 0.3, 0.6, 0.9 and 1.5 experiments were used for the 4 amino 
acids on a single well plate (Figure 2b).  For the studies of 
amino acid incorporation, a well plate layout was designed to 
enable the evaluation of 2 different amino acids in duplicate 
across the selected parameter space as 4 ´ 4 grids (e.g. rows A-
D and columns 2-5 inclusive) for [Ca2+] = [CO3

2-] = 3.5, 5, 7.5 
and 10 mM and [amino acid]/[Ca2+] = 0.3, 0.6, 0.9 and 1.5.  
Wells containing amino acids only were also present for the 
purposes of calibration (columns 1, 6, 7 and 12) (Figure S2).  
Analysis of all 4 amino acids therefore required the used of 2 
separate plates.  Control experiments for both [Ca2+] 
determination and incorporation studies were performed on a 
separate plate. An identical well plate layout to that used for 

incorporation studies was used for calcium concentration 
determination. 

 

Figure 3: Turbidimetric analysis of precipitation kinetics.  (a) 
Typical time vs normalized transmitted light plots during the pre-
cipitation of calcium carbonate in the presence of (i) Asp, (ii) Glu, 
(iii) Asn and (iv) Val.  In all cases the plots are shown for each 
[amino acid]/[Ca2+] = 0 (black), 0.3 (red), 0.6 (blue), 0.9 (pink) and 
1.5 (green), where the reaction solutions comprise [CO3

2-] = [ Ca2+] 
= 10 mM.  (b) Time of maximum absorbance vs [amino acid]/ 
[Ca2+] plots show the greater influence of Asp (black) on precipita-
tion as compared to Glu (red), Asn (blue) and Val (pink).   

Kinetics:  Kinetics studies were performed using turbidimetry 
to investigate the influence of the amino acids on the 
precipitation of CaCO3, where changes in light transmittance 
due to particulate light scattering are recorded as a 
monochromatic beam passes through a precipitation solution.  
This generates an overview of the early reaction profile, and can 
provide information on the precipitation of amorphous calcium 
carbonate (ACC) and its subsequent transformation into 
crystalline polymorphs.40  The benefit of this approach was 
demonstrated for reaction solutions comprising [CO3

2-] = 10 
mM and [amino acid]/[ Ca2+] = 0, 0.3, 0.6, 0.9 and 1.5 for each 
amino acid (Figure 3).  All kinetic studies were conducted in 
Greiner µClear Black 96-well plates, which have transparent 
bases, and each well was analyzed simultaneously in a plate 
reader (PerkinElmer EnVision 2103).  The well plates were 
charged with selected volumes of aqueous CaCl2 and amino 
acid solutions using the liquid handling pipetting workstation, 
while the aqueous Na2CO3 solution was subsequently added 
within the plate reader using the dispenser accessory.  This 
allowed data acquisition to be initiated at the outset of the 
reaction, thus minimizing the time delay between the first 
reading and reaction initiation.  It is noted that the configuration 
of these experiment differs from that of traditional UV-Vis 
spectrometers in that the light-path is vertical through the 
sample, rather than horizontal (Figure S3).  This influences the 
shape of the reaction profile as both the initial ACC 
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sedimentation and subsequent ACC dissolution/ crystal growth 
steps can be observed.   

The kinetic study demonstrated that the amino acids 
influenced the stability of ACC to varying degrees.  
Representative normalized transmittance vs. time plots are 
shown in Figure 3, where these exhibit an initial drop in 
transmittance due to the formation of ACC, and then a 
subsequent recovery as the ACC transforms into much larger 
crystalline particles.  These plots demonstrate that Asp 
significantly stabilizes the ACC, as indicated by the fact that the 
maximum absorbance and dissolution/crystal growth phase 
occur at later times (Figure 3a).  This effect was also observed, 
but to a lesser extent, with Glu and Asn, while Val had little 
effect on CaCO3 precipitation.  This trend was also shown by 
plotting a graph of the time corresponding to maximum 
absorbance against the [amino acid]/[Ca2+] ratio for the 
different amino acids (Figure 3b); each point plotted represents 
the average of 5 experiments.  This pattern of behavior is 
consistent with previous studies,40 where this can be attributed 
to the charged amino acids inhibiting growth of the crystalline 
phases, such that the lifetime of the ACC is extended,41 and 
reducing the solution supersaturation through chelation effects. 

 

 Figure 4: Polymorph identification with pXRD.  A typical dif-
fractogram, after background removal, obtained using an auto-
mated, high-throughput protocol for polymorph identification.  The 
peaks detected corresponded to calcite only (peak regions denoted 
in blue), and no aragonite (red) or vaterite (green) was identified in 
any of the wells.  

Powder XRD (pXRD):  The polymorphs of the crystals 
precipitated were identified using pXRD, where CaCO3 can 
precipitate in three anhydrous polymorphs at room temperature: 
calcite, aragonite and vaterite.  The crystallization experiments 
were performed in Greiner µClear Black well plates using the 
maximum solution volume (300 µL) in each well and [Ca2+] = 
7.5 mM and 10 mM in order to maximize the yield of crystals 
(and thus the XRD signal intensity).  pXRD was then performed 
in situ within the wells using a PANalytical X’Pert Pro 
diffractometer with a well plate sample holder, where this 
enabled automated data acquisition.  Diffraction patterns were 
obtained in transmission mode through the well plate bottom in 
the range 2θ = 27-37° (scan time of 30 min per well), where this 
exhibits peaks characteristic of calcite (intense, sharp peaks at 
2θ = 29° and 36°; (104) and (110) respectively), aragonite 
(peaks at 27-28°, 32-33° and 36-37°; (021), (012) and (200) 
respectively) and vaterite (broad peak at 2θ = 32-33°; (114)). 

This high throughput method was shown to be successful in 
rapidly determining the crystal polymorphs precipitated in each 
of the reaction solutions.  The data demonstrated that calcite 
was the sole crystalline phase in all experiments, as shown by 
the absence of any peaks corresponding to aragonite or vaterite.  
A representative pattern is given in Figure 4, and all patterns 
can be found online in the supporting dataset.42  This result 
demonstrates that quantification of amino acid occlusion within 
the crystal particles corresponds to incorporation within calcite 
crystals rather than vaterite or aragonite.  As the latter two 
polymorphs are typically polycrystalline when precipitated at 
room temperature, occlusion data can correspond to amino 
acids entrapped both within and between the crystallites.   

 
Scanning Electron Microscopy (SEM):  The morphologies of 

the product calcite crystals were determined using SEM.  
Soluble additives can strongly influence calcite morphologies 
through preferential association with the acute or obtuse step 
edges, or pinning of step movement.43-45  The effect of Asp on 
calcite growth has been particularly well-studied, where 
preferential binding to the acute step edges ultimately gives rise 
to elongated particles with highly roughened sides, that are 
capped at each apex with three, smooth {104} faces.13, 46  At 
higher supersaturations and additive concentrations calcite can 
also form polycrystalline particles.  Automated SEM analyses 
were carried out to identify whether the calcite crystals were 
single crystal or polycrystalline in structure, where this result is 
particularly important for the interpretation of the additive 
occlusion data. It is also emphasized that the current set of 
experiments were designed to give calcite single crystals as 
products, such that we could examine amino acid occlusion 
within single crystals.  The same protocols could be readily used 
to examine the morphological effects of organic additives over 
a wide range of solution conditions. 

 

Figure 5: Shape analysis by SEM.  Micrographs of calcite single 
crystals observed using high-throughput sample preparation meth-
ods grown in the presence of Asp.  Micrographs are arranged with 
increasing [Ca2+] and [amino acid]/[Ca2+], such that the effect of 
both parameters on the shape can be easily seen.   
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SEM was performed on crystals precipitated on well plate 
sealing mats.  All aqueous solutions and DI water were added 
to Greiner µClear Black well plates using the liquid handling 
pipetting workstation.  Immediately after initiation of the 
reaction, the well plate was sealed with a sealing mat (Corning) 
such that indexed studs on sealing mats corresponded to the 
same wells on the well plate (i.e. A1 to A1, E6 to E6 etc.) and 
was then inverted such that the sealing mat was on the bottom.  
After 2 days crystallization, the sealing mats were peeled from 
the well plate and rinsed with ethanol to terminate 
crystallization and facilitate drying; advantageously, the CaCO3 
crystals bound strongly to the sealing mats.  The sealing mats 
were then cut with scissors into 6x8 sections and mounted onto 
aluminum sample holders using copper tape, coated with 2 nm 
Ir and examined with an FEI Nanoscope Nova 450.  Navigation 
and image acquisition was undertaken automatically with 
MAPS software, or manually using a NavCam accessory where 
required.  

Calcite was identified by its characteristic rhombohedral 
morphology, which was modified in the presence of amino 
acids.  The most marked changes in morphology occurred in the 
presence of Asp (Figure 5), which induced a roughening of 

edges and surfaces.  This was most pronounced in [Ca2+] = 
[CO3

2-] = 10 mM samples, and across all [Ca2+] at [Asp]/ [Ca2+] 
= 1.5.  Although most of the crystals were calcite single crystals, 
some polycrystalline particles were also present in higher [Ca2+] 
and [Asp]/[Ca2+] samples (Figure S4).  This effect was less 
pronounced for Glu and no significant change was observed 
with Asn and Val (Figure S5).  This trend, where the amino 
acids with carboxylic acid functionalized side groups are 
effective calcite growth modifiers, is attributed to strong 
binding to the calcite surfaces, and can be compared with the 
effect of Val, which with a hydrophobic side group does not 
modify the morphology at all.  Shape modification therefore 
primarily derives from the functionality of the side chain as 
opposed to the α-amino acid moiety.  Circularity measurements 
were also explored using image analysis and were consistent 
with Asp and Glu causing the greatest change in shape – likely 
due to polycrystal formation.  However, high variability in 
values where no significant shape change was observed 
suggested that calcite was not an ideal material for this type of 
analysis (Figure S6). 
 

 

Figure 6: Structural analysis by Raman microscopy. a) Selected Raman spectra taken from calcite single crystals grown under various 
conditions in the presence of Asp.  Specific conditions are given in the legend.  The broadening can be seen as an effect of changing condi-
tions, or of increasing Asp incorporation, where spectra correspond to samples containing 0 (black), 0.35 (red), 1.04 (blue), 2.38 (pink) and 
3.04 (green) mol% Asp. b) 3D (XYZ) plots describing the change in the breadth of the peak at 1085 cm-1 (C-O symmetrical stretching) in 
Raman spectra taken from calcite single crystals grown in the presence of (i) Asp, (ii) Glu, (iii) Asn and (iv) Val. 
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Raman Microscopy:  Raman spectroscopy provides an 
effective means of investigating the degree of disorder 
generated in crystals due to the occlusion of additives.47  The 
positions and widths of the molecular vibrations are directly 
related to the atomic configurations and the environments of the 
carbonate groups, and thus provide information about the 
disorder in the structure.  This effect was initially investigated 
by precipitating calcite crystals in the presence of Asp, 
recording their Raman spectra and then determining the 
amounts of Asp occluded within the crystals.  A lattice mode 
peak (at » 283 cm-1) and the strongest n1 peak (at » 1085 cm-1) 
were selected for analysis.48  The calcite/Asp crystals showed 
rapid changes in the peak shift with the amount Asp occluded 
up to 1 mol%, before reaching a plateau, where this effect was 
greater for the lattice mode peak (4 cm-1) than the n1 vibration 
peak (1.5 cm-1) (Figure S9).  The peak broadening showed a 
similar behavior, although the lattice mode peak continued to 
show a gradual increase in width at higher occlusion levels.  The 
changes in the lattice mode are indicative of disordering/ 
displacement of the carbonate groups, while changes in bond 
lengths will give rise to shifts in the vibration peaks. 

Raman was employed in the current study to investigate the 
influence of occluded amino acids on the calcite structure, 
where the full width at half maximum (FWHM) of the 
carbonate peak at » 1085 cm-1 (C-O symmetrical stretching) 
was used as the metric for disorder.  Crystals were precipitated 
in the same way as for SEM analysis, and Raman spectra were 
obtained using a Renishaw inVia system with optical 
microscope sample viewer and external stage control and 
operating with a wavelength of 785 nm.  The sealing mats 
supporting the precipitated crystals were cut into sections with 
6x8 studs, as per SEM, and these were then mounted onto glass 
microscope slides using double-sided carbon sticky tabs.  
Raman spectra were obtained from single crystals (rather than 
polycrystals) in the range 1050 to 1150 cm-1 with a scan time of 
30 s (1 cm-1 resolution), and data was obtained from 3 different 
crystals in each sample.  

The Raman data obtained clearly demonstrate that 
precipitation of calcite crystals in the presence of amino acids 
causes a broadening of the peaks, where this is necessarily 
associated with their occlusion in the lattice (Figure 6a).  
General trends of increasing FWHM with increasing [Ca2+] and 
[amino acid]/[Ca2+] are seen across Asp, Gly and Asn, but are 
most marked with Asp (Figure 6b).  This is consistent with 
occlusion being promoted both at higher [Asp] and higher 
supersaturations, where the latter correlates with an increase in 
the density of step edges and kink sites,49 which translates into 
higher occlusion levels.  This effect was much less pronounced 
with Glu and Asn, and no such trend was observed for Val. 
 

Calcium Carbonate Yield and Quantification of Amino Acid 
Incorporation:  While the effects of additives on crystal 
morphologies have been well-studied, much less is known 
about the incorporation of small organic molecules within 
single crystals, and how this is governed by the solution 
conditions.  The quantities of Asp, Glu, Asn and Val occluded 

within calcite single crystals was determined as a function of 
the initial [Ca2+] and [amino acid]/[Ca2+] by dissolving the 
amino acid/calcite crystals using EDTA, and then quantifying 
the amounts of liberated amino acids using a derivitization 
reaction and fluorimetric assay (Figure S8a).  The concentration 
of amino acid in solution can then be determined using a 
calibration curve (Figure S8b).50  In order to determine the 
occlusion efficiency it was also necessary to quantify the 
amount of CaCO3 present in each well.  This was achieved by 
dissolving the crystals in acetate buffer and then determining 
the [Ca2+] using a calcein chelation-based fluorimetric assay.51  
Calcein fluorescence in basic solutions is quenched, but is 
recovered upon chelation to Ca2+ ions (Figure S9a).  [Ca2+] was 
determined from the fluorescence emission signal and 
compared with calibration curves prepared with known [Ca2+]. 
This approach was adopted as traditional gravimetric methods 
are incompatible with our high-throughput approach.  

Full experimental details are provided in the Supporting 
Information.  Briefly, the crystallization reactions were 
conducted in Millipore Solvinert 0.45 µm hydrophilic filter 
plates, where these enable bleaching, washing, rinsing and 
drying of the crystals to be carried out by sequential removal of 
liquid from each well by filtration on a vacuum manifold.  This 
procedure ensures that trace amounts of amino acids remaining 
on the surfaces of the crystals or the well plates are removed, 
while ensuring that there is minimal loss of crystal products.  
All aqueous stock solutions were transferred to the filter plate 
using a liquid handling pipetting workstation.  Calibration 
curves of known [amino acid] or [Ca2+] were also prepared 
using the liquid handling pipetting workstation using the 
appropriate buffer, and the fluorescent reporting solutions (for 
amino acids or [Ca2+]) were added to the experimental and 
calibration columns immediately prior to fluorescence analysis. 
The [Ca2+] determined from the solubilized crystals was always 
lower than the theoretical maximum calculated on the basis of 
the solubility product of calcite (Figure S9b), where this can be 
attributed to the effect of the amino acids on the solution 
supersaturation, and some inevitable loss of product during 
bleaching and washing.  These values were then used to 
quantify the amounts of amino acid incorporated.  The 
occlusion of Asp, Glu and Asn increased with the initial [Ca2+] 
and the [amino acid]/[Ca2+] ratio (Figure 7).  Asp was 
incorporated to the highest degree, reaching a maximum value 
of 3.03 mol% under conditions [Ca2+] = [CO3

2-] = 10 mM and 
[Asp]/ [Ca2+] = 1.5.  In analogous experiments, Glu and Asn 
were incorporated at 0.92 and 0.55 mol% respectively.  Non-
linear incorporation trends were observed between the amount 
of amino acid incorporated and [amino acid]/ [Ca2+] at a fixed 
[Ca2+], where the efficiency of incorporation decreases as 
[amino acid]/ [Ca2+] increases.  The quantities of Val 
incorporated were very low, reaching a maximum of 0.09 
mol%, and no trends were recorded with respect to occlusion 
and the solution conditions.  That the amino acids with acidic 
side-chains occlude most efficiently is in good agreement with 
previous studies, and the data provides further confirmation that 
Asp incorporates significantly more readily than Glu.14  
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Figure 7: High-throughput quantification of amino acid incorporation. Contour plots (XYZ; X = [Ca2+], Y = [amino acid]/[Ca2+] and Z 
= incorporated amino acid (mol%), white to black = lowest to highest) of quantified incorporated (i) Asp, (ii) Glu, (iii) Asn and (iv) Val in 
calcite/amino acid crystals.  

 
DISCUSSION 
The methodology developed here enables large arrays of 

experiments to be prepared simultaneously, using identical 
stock solutions and an accurate liquid handling workstation.  All 
of the experiments are then conducted at the same temperature, 
and run for identical times.  Finally, the crystalline products 
from each experiment are simultaneously prepared for analysis 
using common stock reagents, and the analyses performed 
using automated/ semi-automated procedures.  As such, our 
high throughput method is ideally suited to the exploration of a 
broad reaction space, and for the reliable investigation of 
property trends using a suite of characterization methods. The 
inter-relationships between different properties, including 
morphology, the rate of precipitation, lattice disorder and 
additive incorporation can therefore be readily identified. 

While the effects of amino acids on calcium carbonate 
precipitation have of course been addressed in the literature, 
studies have typically focused on their influence over a small 
number of crystal properties, such as polymorph or 
morphology.40, 46, 52, 53  Our approach facilitates a more holistic 
approach and clearly shows, for example, that the ability of 
additives to stabilize the initial ACC phase correlates with a 
stronger effect on morphology, lattice disorder and additive 
occlusion within the crystal lattice.  With the demonstration that 
Asp has the greatest effect on CaCO3 precipitation and crystal 
properties, followed by Glu and Asn, and that Val has negligible 

effect, our data are in excellent agreement with the literature,14, 

54 confirming the reliability of our approach.  
A particular innovation of our study is the development of a 

high throughput strategy, based upon fluorescence 
spectroscopy, for readily quantifying the amounts of the amino 
acids occluded within the CaCO3 crystals.  Indeed, while the 
effects of organic additives on CaCO3 precipitation have been 
well-studied, comparatively little is known about their 
occlusion within the crystal lattice, and whether signatures of 
occlusion are seen in other physical properties.  Gravimetric-
based analyses have previously been used to quantify the 
biomacromolecules occluded within CaCO3 biominerals, where 
the macromolecules are isolated after dissolution of the 
biomineral within a dialysis bag.55  However, this method can 
only be used to quantify larger molecules.  Alternatively, high 
performance liquid chromatography (HPLC) of dissolved 
crystals, followed by analysis of the fluorescence of derivatized 
amino acids, has been used to quantify the amounts of amino 
acids13, 14 and proteins56, 57 within CaCO3 crystals and 
biominerals.  Our strategy uses the same derivitization protocol 
to analyze the amino acids liberated from the CaCO3 crystals, 
but prepares and analyses samples rapidly and in parallel, 
within the individual wells.  Chromatography is only required 
if separation of different amino acids is necessary.  The 
excellent agreement of amino acid contents of crystals as 
determined by the traditional HPLC method and our high 
throughput strategy (Figure S10) confirms the validity of our 
approach. 
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Figure 8: Cross-referencing data sets for observation of trends. 
Values from amino acid quantification studies were plotted against 
(i) kinetic, (ii) Raman and (iii) shape analysis data. Amino acids are 
denoted as such: Asp (black circle), Glu (red square), Asn (blue 
triangle) and Val (pink inverted triangle)  

 
Considering then the amino acid occlusion data in more 

detail, the solution conditions employed in our experiments 
yielded maximum occlusion levels of 3.4, 0.93, 0.55 and 0.09 
mol% for Asp, Glu, Asn and Val respectively.  This overall 
trend is comparable to that reported by Borukhin et al, who 
reported values of 0.8, 0.4, 0.1 and » 0 mol% for Asp, Glu, Asn 

and Val,14 while Kim et al reported the occlusion of 3.9 mol% 
Asp within calcite single crystals.13  It is interesting then to 
correlate these occlusion data with the precipitation kinetics, 
structural information from Raman spectroscopy and the 
observed changes in crystal morphologies, where plots of the 
cross-correlations are shown in Figure 8.  Asp had the strongest 
effect on all features, offering significant stabilization of ACC 
(through inhibition of the growth of calcite) (Figure 8i), a strong 
signature of occlusion in the Raman spectra (Figure 8ii and 
Figure S11 for clarity) and modifying morphologies at the 
lowest [amino acid]/[Ca2+] ratio (Figure 8iii).  Comparing then 
with Glu, however, it is noted that although Glu also provides 
strong stabilization of ACC, and is active in changing the crystal 
morphologies, it occludes much less efficiently than Asp.  
Indeed, the cross-correlation data show that changes in crystal 
morphology are not strongly correlated with the property of 
additive occlusion (Figure 8iii), which demonstrates that 
significant levels of occlusion can occur without a change in 
crystal morphology.   

The contrasting effects of the amino acids are intriguing.  
Their effects on ACC precipitation/ crystallization and the 
crystal morphologies are consistent with the charge of the side 
group, where the negatively charged (under the experimental 
conditions) side groups of Asp and Glu are considered to 
interact with the Ca2+ ions at the crystal surface.45  All of the 
amino acids studied are negatively charged under the 
experimental conditions, where the pI values for Asp, Glu, Asn 
and Val are 2.9, 3.2, 5.4 and 6 respectively. Modeling of the 
interaction of Asp molecules with calcite surfaces has also 
shown that these molecules preferentially bind to the symmetry-
related acute step edges via specific stereochemistry.46  With its 
carboxamide side chain, Asn binds significantly less strongly, 
while the hydrophobic side chain of Val results in minimal 
interaction with the growing calcite crystals.  The process of 
occlusion is clearly more complex, however, and is strongly 
dependent on both the structure of the additive and its charge.  
Modelling studies have shown that Asp2- molecules are 
occluded within the calcite lattice with a very good fit such that 
the carboxylic acid groups on Asp2- replace the CO3

2- groups on 
adjacent carbonate planes.13  With an extra methylene group in 
the side chain, Glu is expected to cause significantly more 
lattice strain.   

It is also instructive to look at published data for the occlusion 
of glycine (Gly) within calcite, where this has been reported to 
reach levels of up to 7 mol%.13  Without an anionic side-group, 
Gly neither binds as strongly to calcite as Asp nor fits as well 
within the lattice, 13 but its high occlusion levels demonstrate 
that binding through the α-amino acid moieties is sufficient to 
drive incorporation.   On exchange of the small H side-group of 
glycine for the larger carboxamide in Asn or isopropyl in Val, 
it can be expected that the binding strength will decrease and 
the lattice strain caused on occlusion would increase.  That our 
data reveals a weak correlation in the ability of an amino acid 
to cause changes in crystal morphologies and to become 
occluded suggests that the “fit” of the amino acid within the 
crystal lattice is a significant determinant for whether occlusion 
will occur.  While a full understanding of this process would 
necessarily require detailed modelling studies to understand 
every step of the incorporation process, experimental multi-
variant studies screening a wide range of reaction parameters 
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provide an invaluable means to identifying key reaction trends 
and building a full and un-biased picture of additive-directed 
crystallization over a wide range of conditions. 

 
CONCLUSIONS 
The methodology presented here offers a high-throughput 

approach for rapidly and systematically quantifying the effects 
of additives on crystal growth.  Through the combination of a 
number of high-throughput and rapid-screening technologies, 
our methodology enables the streamlined preparation of 
crystalline materials and the characterization of the kinetics of 
their precipitation, together with the morphology, size, structure 
and compositions of the crystals.  As further benefits of the 
approach, the simultaneous production of an array of reaction 
solutions provides control over the physical and chemical 
conditions, while automation vastly reduces sample preparation 
time and reduces experimental error.  This strategy is therefore 
ideally suited to the comparison of a large number of samples, 
and the investigation of a wide reaction space.  Indeed, the large 
number of potential variables in additive-directed 
crystallization experiments typically precludes the 
identification of reaction conditions which deliver the target 
product.32  While the current study focused on the control of 
calcium carbonate growth and properties using amino acids 
additives, our experimental design is undoubtedly quite general 
and could be readily adapted to a range of crystalline materials. 
Indeed, well plates are available that are resistant to many 
organic solvents, high acid/basic conditions, and temperatures 
of at least 200 °C. Other equipment used, including the well 
plate heater and shaker can provide careful temperature control 
and shaking for extended reaction times. It should therefore be 
possible to extend our methods to the synthesis of materials 
including functional oxides, semiconductor/metallic 
nanoparticles and even metal-organic frameworks. Further, 
with the ability to rapidly screen the structure/ property 
relationships of crystals generated under a wide range of 
reaction conditions, our methodology promises to identify 
reaction conditions that lead to materials with optimized 
properties, while also generating new understanding of the 
mechanisms underlying additive-directed crystallization.  
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