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Abstract: 
Bridges are critical for transportation networks. Temporary closures due to poor maintenance may trigger adverse cascading events, affecting economic and societal well-being. Two main factors play a key role in bridge health conditions: ageing and wear-and-tear due to the increasing traffic. This paper proposes a comprehensive framework to quantify the combined phenomena in a holistic approach. The reliability assessment of an existing reinforced concrete bridge subjected to increasing traffic demand and spatially-variable pitting corrosion is investigated. Empirical data are used to develop probabilistic models for cracking initiation, pitting factor, severe cracking, and cover spalling.
Statistical distributions of temperatures from a local meteorological station are used to investigate environmental effects on corrosion initiation. For the traffic, national highway databases are used to model the vehicular flow. Ductile and brittle failure mechanics are considered for the structural capacity assessment. Coupled biaxial bending-axial loading domain is adopted for the ductile structural checks. The shear capacity is assessed through the response limit surface from the modified compression field theory results. Finally, Monte Carlo simulations are performed at intervals of 10 years to derive a time-dependent reliability profile compared against standard thresholds to determine the health conditions of the bridge.
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1. INTRODUCTION
Many reinforced concrete (RC) bridges worldwide were designed in the 60s and are now experiencing damage due to the exposure to aggressive environmental agents and increasing live loading (i.e., the severe increment of traffic volume) [e.g., Enright and Frangopol (1998), Ellingwood (2005); Choe et al. (2009); Yang and Frangopol (2020)]. The continuous growth of such service loadings and the decay of the concrete and steel bar mechanical properties may significantly impact the residual capacity of existing RC infrastructure [e.g., Kumar et al. (2009); Simon et al. (2010); Ghosh and Padgett (2010)]. 
[bookmark: _Hlk75865521]Often, poor or lack of maintenance reduces the expected service life of bridges and, in extreme cases, may lead to structural collapse. Thus, advanced reliability procedures are required to assess the residual capacity of aged RC infrastructure.
The risk assessment of bridges under environmental and traffic loadings involves many epistemic and aleatoric uncertainties. [e.g., Celik and Ellingwood (2010); Pan et al. (2011); Monteiro et al. (2016)]. Therefore, probabilistic approaches become imperative for accurate risk-based decision-making strategies. Many researchers have used reliability frameworks over the last two decades as they are versatile, allow the propagation of uncertainties efficiently, and can take advantage of experimental studies, observations, and theoretical aspects [e.g., Frangopol et al. (2008); Strauss et al. (2013); Thanapol et al. (2016), Gong and Frangopol (2019)]. For instance, the traffic flow prediction and its physical model are crucial components for an accurate structural reliability assessment. Many studies have adopted either extreme value analyses [e.g., O’Connor and O’Brien (2005); Caprani and O’Brien (2006); Enright and O’Brien (2013)] or peak-over-threshold methods [e.g., Zhou et al. (2016); Nesterova et al. (2020)] to determine the maximum traffic load on bridges. However, uncertainties on the vehicular flows can cause large variability and, if ignored, could lead to non-conservative solutions. Recent developments of accurate site traffic measurements (e.g., weight-in-motion, WIM) have provided databases and statistical models of the traffic loading demand [e.g., Chan et al. (2005); Guo et al. (2012)] to obtain an adequate estimate of the traffic flow prediction. It is then essential to have a realistic approach for the traffic generation, which should accurately model off- and on-peak extreme values. 
The structural capacity is also related to degrading phenomena over time, i.e., corrosion [e.g., Akyama et al. (2011); Akyama and Frangopol (2014)]. Typically, chlorides penetrate through the concrete and de-passivate the layer of film protecting the steel reinforcement [e.g., Chen et al. (2018)]. Such a de-passivation leads to an expansion of the steel volume due to the rust, which produces localised tensile stresses resulting in cracking of the concrete cover and the un-effective concrete core, reducing the steel and concrete mechanical properties [e.g., Zhong et al. (2010); Di Sarno and Pugliese (2020)]. Such phenomena are time- and case-study-dependent and require a wide range of relevant random parameters [e.g., Ghosh and Sood (2016)]. Therefore, deterministic assumptions are not accurate to simulate the random progress of the corrosion initiation, propagation, and deterioration and have the drawback of being unable to incorporate data from inspections [Calvert et al. (2020)].
The weather is another critical aspect influencing the corrosion damage. In particular, the increasing differential between the minimum and maximum temperatures is causing a significant negative impact on RC components by reducing the occurrence time of the corrosion initiation and increasing the corrosion rate. This topic has been scarcely considered to predict the time initiation, propagation and deterioration of corrosion in RC structures [e.g., Stewart et al. (2011); De Larrard et al. (2014)]. Many existing RC bridges are subjected to extreme seasonal temperatures and relative humidity variability. As a result, current applications and numerical analyses should account for such effects that include time-dependent climate-related actions. 
This study presents a comprehensive probabilistic time-dependent reliability framework that combines the increasing traffic loading and the exposure to non-uniform corrosion for existing RC bridges, using a holistic approach. Such a holistic approach is versatile and can be used for different and broader frameworks, i.e., earthquakes and life-cycle cost assessment [e.g., Shekhar and Ghosh (2020)]. A refined finite element (FE) model of an existing thirteen-bay RC bridge is implemented in OpenSees [McKenna et al. (2000)]. A probabilistic model for generating a realistic traffic flow, built upon the previous literature, is provided and incorporated in the FE model. The method uses an available WIM database from the literature, which is not specific for this case, but it is deemed accurate and reliable for demonstrating the proposed procedure. Instead, the traffic flow prediction is based on realistic data acquired from the national highway database (www.autostrade.it).
The time-dependent decrease in the mechanical properties of materials for the RC bridge is simulated through the spatially variable pitting corrosion. Given the long extension of bridges and viaducts, time to corrosion initiation, propagation and deterioration may occur randomly across RC bridges; such uncertainty can be accounted for considering possible spatial correlations. The pitting factor and the time to corrosion initiation are the two parameters with the highest uncertainty and are considered statistically independent. This study includes two spatial correlations for both parameters: (a) complete and (b) zero correlation.
Experimental studies are used to develop the probabilistic model through the cracking initiation, pitting factor, severe cracking, and spalling of the concrete cover. Such statistical distributions can be used as a benchmark for practical applications and are versatile to be applied for RC components exposed to various highly corrosive environments (e.g., splash marine, de-icing salts, atmospheric). 
[bookmark: _Hlk75866064]The minimum and maximum annual temperatures are collected from local meteorological stations to account for the weather-related features and their effects on corrosion initiation. Such data are fitted through statistical distributions and used as an upper and lower bound to estimate the environmental factor. Thus, a comparison with the existing mathematical distribution of the environmental factor for atmospheric corrosion is carried out to evaluate the occurrence time of the corrosion initiation. 
[bookmark: _Hlk75866198]Monte Carlo simulations are performed at intervals of 10 years to compute the structural demands (e.g., axial, shear and bending) for each bridge pier (and, more in general, all bridge components). Such a simulation approach is consistent with Arismendi et al. (2021). For a proper structural reliability assessment, the capacity parameters are divided into two groups: (a) flexural failure or ductile mechanisms and (b) shear failure or brittle mechanisms. The ductile mechanisms are evaluated through the three-dimensional interaction surface of RC cross-sections (columns, intermediate beams and cap-beams of the piers) subjected to biaxial bending moment and axial loading. Such a three-dimensional surface model is employed in an advanced software platform for structural analysis, which may account for the effects of corrosion on the constitutive materials of steel and concrete. Conversely, due to the complexity and the lack of experimental studies on the shear failure of RC components subjected to corrosion, a response surface approach is used to obtain the capacity of brittle mechanisms of aged RC sections. The surrogate models of the shear capacity of corroded RC bridge elements are developed using the results obtained from the modified compression field theory [Vecchio and Collins (1986)]. 
Finally, the safety margin and the associated reliability indices are computed over time. Such values are then compared against technical standard thresholds to define when the bridge is no longer compliant with current limits and requires maintenance interventions.
2. DESCRIPTION OF THE FE RC BRIDGE MODEL
[bookmark: _Hlk75867428][bookmark: _Hlk72836438][bookmark: _Hlk75867382]An existing continuous RC bridge located in Italy (Rio Torto bridge) was used as a testbed for the present numerical study. The RC bridge, built in the 1960s, represents an essential component of the transportation network for the Italian highways (connecting Bologna to Florence, as shown in Figure 1).
[image: ]
Figure 1. RC Bridge layout view [after De Risi et al. (2017)].  

The thirteen-bay deck is supported by twelve portal frames that comprise solid (labelled as P1, P2, P3, P4, P10, P11 and P12 in Figure 1) and hollow (labelled as P5, P6, P7, P8, and P9 in Figure 1) circular columns with diameters varying between 1200mm and 1600mm. Such portal frames include two circular piers connected by intermediate beams with different sections and cap-beams at the top. The RC bridge height varies between 13.8m, close to the abutments, and 41m at its centre. The RC slab deck has a Π-shape (total depth equal to 2.75m, Figure 2) connected to the portal frame through dowels (shear connections) represented by two steel bars inserted into the concrete. 
The solid piers with a 1200mm and 1600mm diameter are reinforced with 16ϕ20mm and 20ϕ20mm smooth rebars, respectively, with a transverse spiral hook ϕ6mm with 140mm spacing. On the other hand, the hollow piers have an internal and external diameter equal to 1000mm and 1600mm with two reinforcing configurations: (a) 24ϕ20mm external and 14ϕ16mm internal, (b) 20ϕ20mm external and 14ϕ16mm. The transversal reinforcement consists of a spiral hook ϕ6mm with 150mm spacing. 
Rectangular (depth varying between 1200 and 1500 mm) and T-shape cross-sections were used as intermediate beams; the longitudinal reinforcements include ϕ24 and ϕ20 steel bars, while transversal reinforcement consists of ϕ8 steel bars with a spacing of 200 mm. The cap-beams have a rectangular cross-section at the top of the pier and present a U-shaped section at the centre. Such beams are reinforced mainly with ϕ18 longitudinal bars and ϕ8 transversal reinforcement with 200mm spacing (Figure 3). 
[image: ]
Figure 2. The layout of the deck (Units in mm)

[bookmark: _Hlk75867582]Experimental tests were carried out to characterise the concrete and steel reinforcement material properties. Compressive tests on 15x15x15 cm3 cube specimens were conducted to define the concrete strength of the bridge portal frames, while tensile tests were used to determine the steel reinforcement properties [Abbiati et al. (2015)]. Probabilistic distributions are then used to account for uncertainties. Mainly, the concrete class is simulated through a lognormal distribution with a mean resistance of 26 MPa (defined by the experimental campaign) and a coefficient of variation (COV) equal to 0.15 [Jalyer et al. (2015)]. The class of steel used corresponds to a mean strength of 360 MPa, which complies with the experimental tests [Abbiati et al. (2015)] and past studies available in the literature [e.g., Verderame et al. (2001)]. A lognormal distribution is used for simulating the constitutive model of steel reinforcement with a COV of 0.08. Table 1 shows the random parameters of the mechanical and geometrical properties of the RC bridge. 

[bookmark: _Hlk75867806]Table 1. Statistical mechanical and geometrical properties of RC components (Keys: LN – lognormal distribution, μ and COV for the lognormal distribution are the mean and the coefficient of variation of the associated normal distribution)
	Description
	Parameter
	Distribution (μ, COV)
	Units

	Concrete Compressive strength
	fc
	LN (26, 0.15)
	MPa

	Yielding stress of steel bars
	fy
	LN (360, 0.08)
	MPa

	Elastic modulus of steel bars
	Es
	LN (207000, 0.05)
	MPa

	Cover
	c
	LN (40, 0.20) 
	mm

	Diameter of sound steel bars
	D0
	LN (variable, 0.035)
	mm



A refined FE model of the RC bridge was employed in an advanced software platform for structural analysis (OpenSees). An elastic beam-column with an equivalent section, in terms of second moments of inertia, of the original box-girder shape was used to model the bridge deck (Table 2), while force beam elements [Spacone et al. (1996a -1996b)] with five integration points (Gauss-Lobatto) were utilised to simulate the behaviour of the cap-beams, intermediate beams, and piers. 

Table 2. Deck characteristics [after Paolacci et al. (2014)]. (Keynote: J – Polar moment of inertia, Iy and Iz – Moment of inertia with respect to the local axis of the bridge deck)
	Area (m4)
	J (m4)
	Iy (m4)
	Iz (m4)

	4.66
	0.13
	51.87
	3.47



Each integration point is characterised by nonlinear fibres, behaving according to the stress-strain models of concrete (Popovics concrete model, named Concrete04 in OpenSees) and steel reinforcement (Steel Menegotto-Pinto model, named Steel02 in OpenSees). The Popovics model allows to define the tensile behaviour of the concrete, which is relevant when corrosion induces the complete loss of steel reinforcement bars in the RC cross-section and the model does not produce global instability or convergence issues. The steel material is defined according to the parameters included in Di Sarno et al. (2021).
The deck weight is about 170kN/m; this produces a vertical load on each pier between 4,900kN and 5,600kN. The piers are fixed at the base (as the RC bridge lies on rocks), and the fixed-end rotation is modelled with a zero-length section, whereas the Hysteretic model is used to simulate the strain penetration of steel reinforcement. Such a hysteretic model in OpenSees was calibrated through the experimental tests conducted on smooth rebars by Fabbrocino et al. (2005) and Verderame et al. (2009), among the others. The core concrete properties are implemented in the zero-length section as stress-displacement (; The latter is computed by multiplying the concrete core strains ( the strain at the peak of the confined concrete, the ultimate strain of the confined concrete) ten times the mean longitudinal diameter ( in the bridge pier section according to Fabbrocino et al. (2005) (i.e., ). The shear connection (dowels) between the deck and the portal frame is simulated with an equal DOF (degree of freedom) in the transversal direction, whereas the master node is represented by the centroid of the equivalent elastic beam deck. Finally, the bridge was pinned at both abutments allowing the rotation in the three global directions.
[image: ]
Figure 3. RC Cross-Section of Piers and Beams (Units in mm) 

Based on the mean values of the model parameters illustrated in Table 1, the modal analysis shows that the first three modes exhibit the following period of vibration: T1 = 1.34 sec, T2 = 1.10 sec and T3= 0.81sec.

3. CORROSION MODEL
Typically, a thin layer of iron oxide (Fe2O3) film protects steel reinforcement bars from the high alkalinity of the concrete. However, high chloride contents in the cement paste and external factors (i.e., de-icing salts, marine splash) de-passivate this layer, activating the corrosion process. Corrosion of steel reinforcement is one of the most critical factors for the durability performance of RC structures over time. Due to the many corrosion-related uncertainties, it is common to characterise the corrosion process into three subcategories: corrosion initiation (tini), propagation (tprop), and deterioration (tdet).

3.1 CORROSION INITIATION 
[bookmark: _Hlk75870139]The most adopted probabilistic model for corrosion initiation is the DuraCrete (2000) model, which refers to the diffusion process of the chlorides defined by Fick’s second law. 
	
	
	
(1)


[bookmark: _Hlk73528260]where x is the chloride penetration depth,  is the apparent coefficient of the chloride diffusion  (is the chloride migration coefficient and  is the reference time, which is commonly equal to 28 days),  is the chloride content on the concrete surface,  is the concrete cover,  is the time,  is the environmental coefficient accounting for the temperature,  is the curing time coefficient,  is the correction coefficient for the test method,  is the age factor and  is the Gauss error function.
Such a probabilistic model assumes that the initial value of the chloride contents in the cement paste is equal to zero, and the corrosion initiation occurs when the chloride concentration on the steel bars reaches a critical value . Once the chloride content is at its critical value, the time t is identified with corrosion initiation and denoted by . As a consequence, solving Eq. (1) for the :
	
	
	
(2)


where  represents the parameter to account for the model uncertainty related to the Fick’s second law.
The corrosion process depends on the location of a structure. There are four subcategories characterising the corrosion zone [DuraCrete (2000)]: (a) submerged, (b) tidal, (c) splash, and (d) atmospheric. Each category produces different times to corrosion initiation due to the change in the model parameters. 
[bookmark: _Hlk75870301]The Rio Torto bridge is located close to water streams, which are the primary sources of dissolved airborne marine chlorides. Therefore, the bridge falls into the category of atmospheric corrosion (d); Table A1 shows the model parameters in Eq. (2).

3.2 ENVIRONMENTAL COEFFICIENT
Atmospheric corrosion is a complex process that depends on several environmental factors, i.e., temperature, and is the primary cause of corrosion in steel reinforcement of bridges. The effects of global warming and, in turn, climate change are increasing the likelihood of corrosion in RC structures because of the growth of the corrosion rate. As a result, the impact of climate change on the performance of RC structures is substantial. The environmental factor is expressed as a function of the temperature as follows:
	
	
	(3)


where be is a regression parameter defined by a truncated normal distribution, with mean 4,800[K] and standard deviation 700[K], included in the interval (2,130 ; 5,500) [K];  (also termed ‟room temperature”) is the reference temperature, commonly equal to 293.15 [K];  is the real temperature of RC components or the ambient air temperature. Equation (3) is used to compare the environmental coefficient proposed by DuraCrete (2000) and the value obtained from the actual temperature measured in the sample bridge location. The Italian database (www.ilmeteo.it) for the meteorological station of Borgo Panigale is used to collect the minimum and maximum mean temperature for the time span 1960-2020. 
The generalised extreme value distribution (GEV) with its three parameters (location parameter , scale parameter , and shape parameter ) seems to adequately fit the empirical cumulative density function (ECDF) both for the minimum and the maximum temperatures (Figure 4). Such statistical distributions can be used as lower (Tmin) and upper (Tmax) boundaries to calculate the environmental coefficient in Eq. (3). Performing a Montecarlo simulation across 50,000 samples (Figure 5), the environmental factor can be accurately estimated by a gamma distribution having a and b parameters equal to 3.79 and 0.23, respectively.
[bookmark: _Hlk73532250][image: ]
Figure 4. Probabilistic distribution for (a) Tmax and (b) Tmin (Borgo Panigale Station)
[image: ]
Figure 5. Probabilistic distribution fitting of the environmental factor

Based on the assumption of the model parameters given by DuraCrete (2000), the actual values of the environmental factor and a lifetime of 100 years according to the EN-1992 (2004), the comparison of the time to corrosion initiation for the Rio Torto bridge is presented (Figure 6a and 6b). Corrosion initiation is estimated by running a Montecarlo over 100,000 samples. 
[image: ]
Figure 6. Time initiation of corrosion. (a) ke from the temperature data, (b) ke from Duracrete (2000). (keynote:  and  are the mean and standard deviation of logarithmic values, respectively)

[bookmark: _Hlk75871642]A lognormal distribution (with its two parameters  and , the mean and standard deviation of logarithmic values, respectively) appears to be a reasonable estimate of the numerical simulation for the time to corrosion initiation. The comparison between the numerical simulations based on the value of ke calculated using the minimum and maximum temperature cycles and the value of ke proposed by DuraCrete (2000) shows that corrosion initiation decreases from 28 to 26 years. Although it seems to be a slight difference, such a reduction can be detrimental for a long-time exposure of RC bridges to the atmospheric corrosion by decreasing the time-to-severe cracking and the following time-to-spalling of the concrete cover.

3.3 CRACKING INITIATION
When the localised tensile stress, induced by the expansion of the rust products, reaches the critical value of the concrete tensile strength, crack initiates. Then, the corrosion rate becomes the critical factor for the reinforcing steel damage and deterioration. The end of the corrosion propagation phase (for the diffusion of chlorides in the concrete after the time to corrosion initiation) coincides with the onset of the cracking initiation (time for crack initiation, tcr), which can be expressed by:
	
	
	(4)


where p(t) is the pit depth with time, R is the pitting factor defined as the ratio between the maximum pit depth (pmax) and the mean pit depth (pmean), and ri(t) is the corrosion rate. The corrosion rate is namely expressed in mm/year and is a function of the time-dependent current density ():
	[bookmark: _Hlk65750530]
	
	(5)


To investigate the critical pitting depth , Alonso et al. (1998) conducted an experimental campaign to evaluate the amount of corrosion penetration (x0) to trigger cracking in the concrete, assuming uniform corrosion. Such experimental results are herein taken to determine the plausible probabilistic distribution for the cover cracking initiation. It is assumed that the variance of residuals of the regression model is constant (homoscedastic model), while the logarithmic regression is used to interpolate the data (Figure 7a). The contribution of the concrete tensile strength is neglected at this point. This assumption also complies with the investigation by Vidal et al. (2004). The critical pit depth can then be expressed by a lognormal distribution with a mean computed through the equation in Figure 7a and a constant standard deviation equal to 0.18, multiplied for the corresponding pitting factor R. 
Likewise, the pitting factor R is relevant for assessing the residual capacity of RC components as it defines the critical pit depth along reinforcing bars. Experimental studies were carried in the literature to study the realistic range of such a factor, but only few focussed on the diameters of interest in the framework assessment of typical RC components [e.g., Rodriguez et al. (1997); Torres-Acosta et al. (2003); Yu et al. (2015)]. Therefore, the experimental campaigns with steel bar diameters (12mm, 13mm, and 16mm) complying with existing RC structures were collected to identify the statistical distribution of the pitting factor.
[bookmark: _Hlk75871930]The generalised extreme value seems (Figure 7b) to adequately fit the R-values obtained from short- and long-term experimental studies, which is compliant with some studies available in the literature [e.g., Stewart and Al-Harthy (2008)].
[image: ]
Figure 7. (a) Critical pit depth and (b) Pitting Factor statistical distributions

[bookmark: _Hlk81384557]Once the parameters of the critical depth and the pitting factor are defined, the Eq. (4) can be solved for tcr, which represents the mean of a lognormal distribution whose standard deviation (0.53μ) is taken from the results of Thoft-Christensen (2000):
	
	
	(6)


[bookmark: _Hlk73532585]The general form of Eq. (6) was introduced by Cui et al. (2018).

3.4 SEVERE CRACKING AND CONCRETE SPALLING
The progress of corrosion leads to two specific aspects: severe cracking and spalling of the concrete cover. The first one is associated with a critical crack width (wsc), which is herein provided as a uniform distribution with extreme values 0.2-0.3 mm (Figure 8). Conversely, the crack width for the concrete cover spalling (wsp) is not specified in technical codes, but existing studies [e.g., Vidal et al. (2004); Duracrete (2000)] suggest assuming a value of 1.0mm. However, the experimental campaign by Rodriguez et al. (1996) indicates that such a value is quite conservative. As a result, the width crack leading to spalling of the concrete cover, based on experimental evidence, is herein expressed by a lognormal distribution and used as a random input variable (Figure 8).
[bookmark: _Hlk73532604]Thus, the equations proposed by Cui et al. (2018) can be used for characterising the time-to-severe cracking and -spalling:
	
	
	(7a)

	
	

	(7b)


[image: ]
Figure 8. (a) Severe crack width (wsc) and (b) crack width for spalling of concrete cover (wsp). (keynote:  and  are the mean and standard deviation of logarithmic values, respectively)

However, such parameters depend upon the area loss of steel reinforcement due to pitting corrosion. To evaluate the reduction of the steel area, Vidal et al. (2004) proposed a correlation between the crack width and the area loss based on an experimental campaign of corroded RC beams:
	
	
	(8)



where  ( and , area of uncorroded and corroded steel, respectively) is the steel area loss at the time t,  ( is the remaining area after cracking initiation) is the steel area loss at the cracking initiation and, w is the crack width.
Once the value of   is obtained from Eq. (8), it is then possible to compute the pit depth at either cover severe cracking or cover spalling by solving the Eq. (7a and 7b).

4. [bookmark: _Hlk75872181]NUMERICAL PROCEDURE FOR THE DETERIORATION MODEL
In this section, the description of the numerical procedure for the deterioration model in the FE analysis is presented. The flowchart of the proposed procedure for the corrosion model is shown in Appendix A, Figure A1.

4.1 DETERIORATING FINITE ELEMENT MODEL
Once the statistical distributions of each parameter characterising the corrosion stages are defined, the deterioration can be applied to the FE model of the bridge. 
First, the mechanical and geometrical properties of the constitutive materials and the RC cross-sections are generated to build the model in OpeenSees. Then, the time to corrosion initiation of each portal frame is simulated using Eq. (2) with the random samples generated according to the parameters defined in Table A1. The GEV in Figure 7b yields the pitting factor R that can be either constant or variable among the piers depending on the correlation structure. The concrete cover-to-diameter ratio allows to model the critical pitting depth with a lognormal distribution (Figure 7a). These two parameters, pitting factor (R) and critical pitting depth (pcrit), are independent of the corrosion initiation. Hence, a lognormal distribution with a mean equal to Eq. (6) gives the time to cracking initiation. 
The model of Val and Melchers (1997) can then be used to calculate the remaining steel reinforcement area due to the pitting corrosion (Figure 9 and Eq. (9), (10) and (11)).
[image: ]
Figure 9. (a) Uniform corrosion, (b) pitting corrosion and (c) Val and Melchers’ model (keynote: pmean -average pit depth, pmax – max pit depth, D0 – diameter of the sound steel)


	
	
	

(9)



	
	
	(10)



	
	
	(11)



After the cracking initiation, the statistical distributions in Figures 8a and 8b yield the crack width for severe cracking (wsc) and spalling of the concrete cover (wsp). Such values are incorporated into Eq. (8) for  (Figures 9). A numerical method is used to solve Eq. (9), (10) and (11) for the pitting depth p(t). 
Once the values of psev(t) and pspa(t) in Eq. (7a) and (7b) are determined, such formulations can be solved for the time parameter, which represents the mean of a lognormal distribution with a standard deviation equal to 0.53μ. The pitting factor is simulated differently for the cracking initiation, severe cracking and spalling of the concrete cover, such that:
	
	
	(12)


When the cracking width reaches the critical values of the spalling of the concrete cover, this latter does not contribute any longer to the RC cross-section capacity and is removed from the cross-section. Table 3 summarises the statistical distributions for the crack width and corrosion phases.

Table 3. Statistical distributions for crack width and corrosion phases (keynotes:   and σ for the lognormal distribution are the mean and the standard deviation of the associated normal distribution)
	Description
	Distribution 
	
	

	
	
	Mean () [mm]
	Standard Deviation (σ) [mm]

	Cracking Initiation
	Lognormal
	
	0.18

	
	
	Lower Bound [mm]
	Upper Bound [mm]

	Severe cracking
	Uniform
	0.2
	0.3

	
	
	Mean (μ) [mm]
	Standard Deviation (σ) [mm]

	Spalling
	Lognormal
	1.66
	0.68

	
	
	Mean (μ) [year]
	Standard Deviation (σ) [year]

	Time to cracking initiation
	
Lognormal
	
Eq. (6)
	
0.53 μ

	Time to severe cracking
	Lognormal
	Eq. (7a)
	0.53 μ

	Time to cover spalling
	Lognormal
	Eq. (7b)
	0.53 μ



At each time step, the corrosion percentage rate (CR) is calculated by means of the area loss of the steel reinforcement bars, as follows:
	
	
	(13)


Such a loss of steel reinforcement area has significant effects on the strength and ductility of steel bars. In particular, the strength reduction can be calculated by assuming a linear relationship between the yield stress ( and , yielding stress with and without corrosion, respectively) and the corrosion percentage rate [e.g., Zhang et al. (1995)]:
	
	
	(14)


An exponential relationship can be used to compute the ductility decrease through the ultimate strain ( and , ultimate strain with and without corrosion, respectively) [e.g., Imperatore et al. (2017)]:
	
	
	(15)


When steel bars start rusting, there is an expansion of the volume of steel filling the pores in the concrete. This latter produces local tensile stresses, typically within the concrete cover and the un-effective concrete core, that reduces the compressive strength of the un-confined and confined concrete. The reduction factor () can be calculated as follows [e.g., Coronelli and Gambarova (2004)]:
	

	
	(16)


where  and  are the compressive strengths with and without corrosion,  is the number of steel bars on the side of exposure, L ( for circular columns) is the dimension on the side of exposure, and  is the strain at the peak of the un-confined compressive strength.
According to Di Sarno and Pugliese (2020), the effects of corrosion on the compressive strength are also included in the un-effective core concrete for a length twice the mean diameter of the steel reinforcement bars (Figure 10). On the other hand, the effective concrete core is not affected by the corrosion effects [e.g., Andiseh et al. (2019)]. These two observations lead to the following reduction of the confined compressive strength:
	

	
	(17)


where  is the un-corroded compressive strength of the confined concrete (computed according to Razvi and Saatcioglu (1999),  is the corroded compressive strength of the confined concrete,  and  are the area of the un-effective and effective concrete core, respectively (Figure 10).
[image: ]
Figure 10. RC cross-section

4.2 SIMULATION-BASED APPROACH
Two statistical independent univariate homogenous random fields are defined for the pitting factor (R) and the time to corrosion initiation (tini).  Two limit cases are considered in this study: (a) the distance between piers is larger than a limit value implying no correlation (hereinafter indicated as ), and (b) the distance between piers is smaller than a limit value implying complete correlation (hereinafter indicated as ). The limit value of pier inter-distances cannot be determined in this study due to the lack of systematic testing on all the piers to calibrate a proper correlation model.  The reality will lie in between the two extreme cases examined herein.

5. RELIABILITY ASSESSMENT
The time-varying reliability, herein considered at a component level, is defined as the probability that an RC element does not exceed a specific limit state for a given time. Such a limit commonly refers to the performance function (safety margin) denoted by G(t). The limit state function is expressed as the difference between the capacity C(t) and the demand D(t) of the RC component. 
	
	
	(18)


In the present study, the performance function is divided into ductile and brittle mechanisms; the first ones are described by the three-dimensional interaction domain of the biaxial bending moment and axial loading, while the second ones refer to the shear strength of RC cross-sections. When the function G(t) < 0, the RC component fails.
[bookmark: _Hlk75873037][bookmark: _Hlk73532920]One of the major issues when dealing with corrosion, especially in the long-term (), is that the FE may enter the region of global instability, meaning that one or more components are no longer able to withstand the structural loadings. Such an observation refers to the significant effects of corrosion on both the mechanical and geometrical properties of the constitutive materials and the increasing traffic demand, which induce very high forces in RC elements compared to their actual capacity. The latter aspect conditions the limit state function and can produce unreliable results. Therefore, the analyses with global instability (due to incompatible element forces) are treated as collapse scenarios. In the following, according to Jalayer (2003),   is used to indicate the number of non-collapse cases,  refers to the number of collapse cases and Nsim is the number of total simulations.
Specifically, Shome (1999) provided a three-parameter distribution to solve such an issue for seismic evaluation assessments. For the general reliability case, it can be changed as follows:
	
	(19)


where the probability  of exceeding any specific limit given collapse is equal to 1. Eq. (19) can be definitely written in the form:
	
	(20)


Finally, the reliability index (, which is a measure of the structural safety, can be calculated as function of the failure probability:
	
	
	(21)


In the above equation, Φ indicates the standard normal cumulative distribution function.

5.1 [bookmark: _Hlk74071987]MONTE CARLO SIMULATION 
[bookmark: _Hlk81389531]The number of simulations is derived using the following equations [e.g., Ang and Tang (2007)]:
	
	
	(22)



where pf is probability of failure, Nsim the total number of simulations, and COV is the coefficient of variation of the estimation. Assuming that the expected value of the failure probability is equal to the reliability level for a lifetime of 100 years () and COV to 40%, the optimal number of simulations is 86,800. In this study, 100,000 simulations are performed at each time interval.

5.2  FAILURE MECHANISMS
As mentioned previously, two failure mechanisms are considered for the reliability assessment of the Rio Torto bridge: (a) ductile mechanisms (herein referred to as flexural capacity of RC cross-sections of each portal frame) and (b) brittle mechanisms (herein referred to as shear capacity of RC cross-sections of each portal frame). 
Based on the dual failure mechanisms, the concept of cut-set [e.g., Ditlevsen and Masden (1996)] is adopted to evaluate the reliability of portal frames ( composing the RC bridge. Such a cut-set method allows to define the failure probability of the global system as follows:
	
	
	(23)


where  is the number of failure mechanisms,  is the number of elements of the considered portal frame.
The Eq. (23) can also be defined in terms of reliability index ():
	
	
	(24)



5.2.1 DUCTILE MECHANISM: FLEXURAL CAPACITY OF CORRODED RC COMPONENTS
The three-dimensional interaction domain of the axial loading (Px, x refers to the axis of the element) and biaxial moment (My and Mz, where y and z refer to the RC cross-section axes) is herein adopted to evaluate the flexural capacity of each RC section composing the sample bridge. The Px - My - Mz point determines the demand in the 3D-domain whereas the flexural capacity is calculated drawing a vector from the origin of the 2D-domain My - Mz (plane with constant axial loading) that points to the demand and extends to the limit surface with the same angle (α) (Figures 11).  
[image: ]
Figure 11. (a) 3D-Interaction domain, (b) Safety Margin and (c) RC cross-section local axes

According to resistance formulation (5.39) in EN-1992 (2004), the bending moment values along the y and z axes are calculated as a function of a specified axial loading. The latter observation means that both bending moments are conditioned by the value of the acting axial loading and, therefore, the flexural capacity of RC cross-sections needs to be computed in the plane where Px is constant, which is taken from the results of each Monte Carlo simulation. 

5.2.2 FINITE ELEMENT MODEL FOR THE INTERACTION DOMAIN AND ITS VALIDATION
This section presents the numerical method to evaluate the response of RC cross-sections subjected to biaxial bending moments and axial loading. Such a procedure consists of implementing a zero-length nonlinear fibre section element in OpenSees with constitutive material models that can be more complex than those proposed by the technical standards (i.e., parabola-rectangle for the concrete and elastic-perfect plastic for the steel reinforcement). The following procedure determines the 3D-interaction domain (Figure 13):
· [bookmark: _Hlk75616295]Definition of the nonlinear fibre RC section;
· Definition of the constitutive materials for the concrete and the steel reinforcement. 
· Use of the MinMax material in OpenSees to constrain the values of the ultimate strains of concrete and steel rebars. (The MinMax material in OpenSees limits the values of the strain in compression and tension to obtain the endpoint of the moment-curvature);
· Definition of an angle (0-360 degrees) for the orientation of the loading axis. (the orientation of such loading axis is relevant for the definition of the incremental loading);
· Definition of a vector containing the axial loads (P);
· Calculation of the moment-curvature (M-χ) in the two local directions of the RC section for each axial load and its orientation; 
· Definition of the maximum or the minimum bending moments (depending on the orientation of the loading axis) from the moment-curvature diagram in the two local directions; 
· The maximum or the minimum moment in both directions are the pair of points defined on the interaction surface. 
Figure 12 shows the 3D domain of a circular section of the Rio Torto bridge.
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[bookmark: _Hlk75616264]Figure 12. 3D Interaction domain of a circular column of the Rio Torto Bridge

The above-mentioned numerical procedure allows a proper definition of cross-section fibres, and there is no need for a simplification of the steel bar locations (due to computational issues, steel reinforcing bars often consist of only two layers, one in compression and one in tension). Furthermore, it considers the concrete cover and concrete core as independent materials, which produces more reliable and accurate results for the residual capacity of RC sections.
[image: ]
Figure 13. Layout of the numerical procedure for 3D interaction domains

It is imperative to accurately validate the proposed numerical method against experimental results available in the literature to prove its soundness and efficiency. 
Several experimental studies were carried out on the behaviour of RC members under double or single eccentricity of the axial loading [e.g., Hsu (1986); Xia et al. (2016)], and are herein used to validate the proposed numerical method. Hsu (1988) conducted an experimental campaign on pristine RC elements with different shapes under biaxial bending moment, while Xia et al. (2016) used RC members under a uniaxial bending moment with different values of the corrosion rate. The deterioration modelling described previously in Section 4.1 is adopted for the mechanical and geometrical properties of the corroded RC members. The results of the numerical and experimental comparisons are illustrated in Figures 14 and 15.
[image: ]
Figure 14. Experimental vs Numerical results (experimental results by [Hsu, (1988)], series U squared section 102x102 mm2)
[image: ]
Figure 15. Experimental vs Numerical results (experimental results by [Xia et al., (2015)], series BS rectangular section 200x240 mm2)

[bookmark: _Hlk75874126]The numerical procedure can match the experimental tests with excellent accuracy, both for non-corroded and corroded RC members. Further details on the validation of such a procedure (in the 2D domain) can be found in Di Sarno and Pugliese (2020).
Finally, to investigate the effects of corrosion on the flexural strength and ductility of RC members, the moment-curvature diagrams of the experimental sample tests by Xia et al. (2016) are calculated. The ductility () is expressed by the ratio between the ultimate curvature (and the yielding () of an equivalent bilinear, while the strength by the maximum bending moments corresponding to the RC section. 
The numerical results illustrated in Figures 16a and 16b show that corrosion significantly affects strength and ductility. Specifically, the strength shows a reduction from a maximum bending moment of 49.3 kNm to 44.3 kNm and from 49.3kNm to 32.0 kNm for the two examined case-studies (Figure 16a and 16b, respectively). Likewise, the ductility demonstrates a decay of 8.3% (Figure 16a) and 21.4% (Figure 16b) where the increase in the corrosion rate is 1.6% and 7.3%, respectively.

[image: ]
Figure 16. Moment Curvature. (a) RC member without and with corrosion: (a) CR [%] = 1.6 and (b) CR [%] = 7.3

5.3 RESPONSE SURFACE METHOD FOR SHEAR STRENGTH OF CORRODED RC COMPONENTS
[bookmark: _Hlk75873854]Typically, corrosion reaches the transversal steel bar layers before the longitudinal ones. This latter reduces the confinement of an RC cross-section (and, thus, the concrete compressive strength) and lowers the global shear capacity of RC members [e.g., Xia et al. (2011); Zhu et al. (2013); Lachemi et al. (2014)].
[bookmark: _Hlk73534571][bookmark: _Hlk75873958]The evaluation of the shear strength is not trivial for un-corroded RC components and becomes even more complex for corroded elements due to corrosion-related uncertainties. Performing regression analyses based on experimental tests available in the literature may entail various issues such as the digitalization of data and samples that do not comply with RC sections of existing bridges, among the others. Thus, a methodology capable of combining the accuracy between numerical and analytical approaches should be sought. Such a methodology is represented by the response surface of the model uncertainties. 
[bookmark: _Hlk75617425]The objective herein is to develop a surrogate model based on a well-established numerical approach that can efficiently define the shear capacity of corroded RC cross-sections. In this study, the numerical model named the modified compression field theory developed by Vecchio and Collin (1986) is used. This latter can predict the load-deformation relationships of RC members subjected to pure shear with excellent accuracy; hence, to obtain the shear prediction of each component, the software Response2000 [Bentz (2000)], based on the modified compression field theory and developed at the University of Toronto, is utilised. Such software allows users to analyse both beams and columns based on their geometrical and mechanical properties and subjected to axial, bending, and shear loadings. 
Typically, the shear strength of RC components is defined as a function of three main contributions: (a) concrete, (b) transversal reinforcement, and (c) size aggregate. The contribution of size aggregate is yet here neglected and, therefore, the formulation holds as:
	
	
	(25)


where  (the area loss of the transversal reinforcement) are the input variables of the surrogate models. Monte Carlo simulations were performed to obtain as many combinations as possible for the input parameters and the shear strength. Once the combinations are acquired, the metamodel yields a function that simulates the numerical behaviour in the space of random input variables. Such a numerical model (the modified compression field theory in this study) is then replaced by a first-order polynomial approximation (surrogate model), which describes the limit state function for the shear capacity of each examined RC section.
	
	
	(26)


The first-order polynomial formulation is fitted with standard regression analyses by adopting the function ‟regress” in Matlab (e.g., https://www.mathworks.com/help/stats/regress.html ) [Liel et al. (2009)]. Such a function enables the representation of complex nonlinear combinations between input numerical model parameters and structural response of single components (shear capacity) in a simple linear relationship. For all RC sections, the linear response surface has the following form:
	
	
	(27)


[bookmark: _Hlk76118024]The cross-validation method (k-fold) is adopted for estimating the expected error of the model. Such a method allows to split the data into k-folds (here assumed 5 and training-to-test ratio equal to 4) and fit and validate the model accordingly [Lallemant et al. (2015)]. The performance of the surrogate model for each RC cross-section is evaluated through the validation error defined as the normalised mean absolute error (NMAE) and shown in Figure 17.
[image: ]
Figure 17. Cross-validation results. (Keynotes: P1200 and P1600- solid circular columns with 1200- and 1600-mm diameters, H1600 – hollow circular column with 1600mm diameter, B-T_SHAPE – beam with a t-shape section, B-RECT – beams with rectangular sections, B-CAP – cap beam).

The validation error shown in Figure 17 demonstrates the effectiveness of the surrogate model performance for each RC cross-section.
[bookmark: _Hlk75874167]The interaction of the variables is graphically represented by the three-dimensional surfaces shown in Figure 18. Results illustrate that corrosion decreases the shear strength capacity of the RC section according to the reduction of the mechanical and geometrical properties of steel rebars and concrete. For instance, the cap-beam shear resistance is reduced by 20% compared to the pristine section, while such a reduction for circular columns is between 10-to-13%. The variation between beams and columns depends on the longitudinal reinforcement ratio, which is more significant for bridge piers.
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Figure 18. Response surface for the shear capacity of corroded RC sections

Furthermore, the effects of the axial loading are more relevant for RC columns than beams (it is negligible in this last case), as it can be seen in the relationship between the compressive strength (fc) and the shear capacity (Vs) in Figures 18.
When the values of the shear capacity are obtained, the safety margin is calculated as:
	
	
	(28)


where  is the shear demand and   the shear capacity.

6. PROBABILISTIC TRAFFIC LOADING
The Rio Torto bridge was designed between 1960 and 1970 for a traffic loading of 20,000 vehicles per day. The growth of the economy, population, needs and the development of new vehicles have increased the traffic demand that the bridge is currently facing. As a result, both traffic flow prediction and traffic model are essential for its reliability assessment.
6.1 TRAFFIC DATA
The traffic demand analysis is extremely complex due to the significant variation of the unpredictable variables included in the data. 
Hence, the traffic flow data are herein collected from a national database (www.autostrade.it) and are limited for the time span 1990-2020 (only this period is available from the database). Such data refer to the number of traffic attendants passing through the bridge per day and distinguish two vehicle categories (light with two axles and heavy with three axles). Figures 19 show that the light-over-heavy vehicle ratio (LHR) is roughly 2-to-1.
Two different regression methods are used to predict the vehicular traffic flow: (i) a power regression law (, a = 1434.25 and b=0.031) representing a continuous increase of the traffic demand and (ii) a logistic distribution () representing a saturation condition (for the daily vehicular flow)  that is three times the design value (Figure 19).
[image: ]
Figure 19. (a) Traffic data and (b) traffic flow prediction

6.2 STATIC TRAFFIC MODEL
[bookmark: _Hlk75875049]The stochastic traffic loading (Figure 19) is generated such that each random traffic configuration is different from the previous one. The minimum velocity for the Italian motorways is commonly 50 km/h (i.e., 13.89 m/s); hence, dividing the length of the RC bridge (421.1 m) by the minimum velocity provides the maximum time taken from a vehicle to cross the bridge (i.e., 421.1m / 13.89ms-1 = 30.2 seconds). As a result, it is assumed that the traffic loading configuration changes every minute, which is a conservative assumption to account for any slower vehicles (less than 50km/h). 
A uniform probabilistic distribution is then used to generate the random number of vehicles passing the bridge simultaneously. The lower bound (off-peak) of such a distribution is associated with the values predicted by either the power-law or logistic regression (Figure 19) for each examined year, while the upper bound is the maximum number of vehicles (on-peak) allowed by the bridge length. A minimum gap (headway) of 2 meters is imposed between cars, while the type of vehicles is generated assigning relative weights to light (70%) and heavy (30%) vehicles, according to the traffic data available in Figures 19. 
Since the RC bridge model comprises one independent roadway, the traffic loading is simulated only in one direction and using two lanes. The probabilistic distributions of the headway, axle distance, and axle weight are derived from formulations available in the literature [e.g., Guo et al. (2012)]. The simply supported structural scheme assigns the vertical and the torsional load for each node that discretises the equivalent elastic beam deck (Figure 20). This latter is a simplification as it neglects the bending moments generated in each nodal mass of the bridge deck. However, such an assumption is compliant with the scope of the present study as the bending moment produced between no-supported nodal masses does not affect the deck behaviour (it is assumed an equivalent elastic beam element for the bridge deck) and becomes zero at the nodes supported by the bridge piers. As a result, both configurations, with and without accounting for the bending moment, will lead to the same axial and torsional loads acting on the portal frames.
[image: ]

Figure 20. (a) Bridge deck, (b) Load model for each axle, (c) Loading on the equivalent elastic beam deck and (d) structural scheme for the traffic loading

Once the traffic loading configuration is applied to the bridge model, the static analysis is performed to calculate the internal forces of each element composing the portal frame. 
The approach presented above is a simplification with respect to more sophisticated dynamic modelling [e.g., De Risi (2021)]; however, it is deemed suitable for the case study at hand.

7. RESULTS 
The reliability assessment is carried out by performing static analyses of the RC bridge at intervals of 10 years with 100,000 Monte Carlo simulations. Such analyses allow to estimate the reliability index of each RC component and, ultimately, of each portal frame pier. Such reliability indices are then compared to the corresponding values provided by EN-1990 (2002).  
The basic principles stated in the EN-1990 (2002) and other international codes [e.g., AASHTO (2014)], consider target reliability indices corresponding to specific reference times (; typically, one and fifty years. In this study, the RC bridge falls in the category ‟RC3” [EN-1990 (2002)], which accounts for either high consequences of human life or high social and economic impact; thus, the target indices are 5.2 and 4.3 for one and fifty years, respectively. Therefore, the target reliability index is time-variant; thus, assuming that the failure probability is independent year-by-year, the following approximation can be used:
	[bookmark: _Hlk73973964]
	
	(33)


where  is the failure probability calculated at t = 1 year. The failure probability calculated in Eq. (33) can be converted into the corresponding reliability index using Eq. (21).
Figures 21 and 22 show the reliability analysis results for all four case scenarios (exponential and logistic traffic demand with complete and zero correlation). Only the minimum envelope of the reliability indices is reported for the sake of clarity.
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Figure 21. Reliability index for ρ=0: (a) Exponential and (b) Logistic traffic growth
[image: ]
Figure 22. Reliability index for ρ=1: (a) Exponential and (b) Logistic traffic growth

Results show a significant reduction of the reliability index over time. Corrosion has the primary effect and is predominant over the traffic flow conditions for this specific bridge. The flexural failure mode governs the reliability, while the shear never reaches the target reliability. 
Figure 23 shows the variation of the shear-over-flexure reliability index ratios ( with time. The results demonstrate that the shear reliability index is always higher than the flexural one.
RC beams are mainly subjected to simple bending, and the effects of corrosion on the structural capacity of RC beams are significantly larger than the ones on RC columns. This is because RC columns are subjected to higher axial loadings due to the self-weight and the increased traffic demand, which leads to smaller failure probabilities. 
Pier 2 shows the smallest reliability index over time, which is initially between 7.87 and 7.84 (ρ=0 and ρ=1, respectively) for the exponential traffic loading and 7.90 and 7.88 (ρ=0 and ρ=1, respectively) for the logistic traffic loading, respectively. Such values decrease at 2.14 and 2.11 (ρ=0 and ρ=1, respectively) and 2.18 and 2.14 (ρ=0 and ρ=1, respectively) at the time of 100 years for the exponential and logistic traffic demand, respectively. Such a decrease yields a reduction of the structural capacity of about 72%. Furthermore, the reliability indices are slightly different between the two correlation scenarios and depend upon the traffic flow condition. The complete correlation is more conservative as the geometrical/mechanical properties, and the corrosion characteristics are assigned once for all bridge piers; for instance, if CR =100%, this will be applied to all portal frames. About the traffic flow, the exponential fitting produces heavier traffic demands and higher internal forces, increasing the failure probability.
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Figure 23 Brittle-over-ductile reliability index

Pier 1 shows a slight decrease in the reliability index up to 20 years (from 7.92 to 7.72 on average) with columns governing the flexural failure mode and a progressive decay up to 3.28 at a time of 100 years with beams governing the failure mode.
Piers 3 and 4 have distinct behaviour as they are made of different RC cross-sections. The reliability index values for Pier 3 are 8.91 and 8.87 (ρ=0 and ρ=1, respectively) at the construction time and 2.48 and 2.46 at a time of 100 years for the increasing traffic scenario. Similarly, the logistic traffic case-study produces a reliability index from 8.94 and 8.91 (ρ=0 and ρ=1, respectively) to 2.51 and 2.49 (ρ=0 and ρ=1, respectively). Conversely, Pier 4 yields values from 9.61 and 9.56 (ρ=0 and ρ=1, respectively) to 2.66 and 2.61 (ρ=0 and ρ=1, respectively) for the exponential traffic demand and, from 9.63 and 9.61 to 2.68 to 2.63 for the logistic traffic loading. Such a difference between Pier 4 and Pier 3 depends on the fact that Pier 3 has larger beams. 
Piers 5, 6, 7, 8 and 9 exhibit similar results in the failure probability as the failure mode is governed by the rectangular cross-section beams. The total reliability index ranges on average from 9.18 for the pristine bridge to 2.52 at the end of the bridge lifetime. This latter indicates a total decrease of 75% compared to the non-corroded sample bridge.
Likewise, the failure probability for Piers 10, 11 and 12 is determined by the flexural failure of the intermediate beams; however, Pier 10-to-12 have lower failure probabilities. Specifically, β ranges averagely from 9.69 at the beginning of the bridge construction to 2.66 at the end of the bridge life. Complete correlation across piers provides a further reduction of the reliability index equal to 3% compared to zero correlation, while a 6% is determined between exponential and logistic traffic demands (2.66 and 2.70, respectively). 
The numerical results of each portal frame and traffic flow demonstrate that corrosion reduces the reliability index by 93% for such a type of RC bridge, while the relative decrease due to the various traffic conditions over time is not higher than 7%. 
Therefore, to investigate the effects of the correlation factors used to simulate the spatial variability of corrosion, the variation between the two case studies is shown in Figure 24 and computed for the worst scenario (t = 100 years) as follows:

	
	
	(34)


[image: ]
Figure 24. Variation in the structural correlation of corrosion

The variation in Figure 24 demonstrates that the correlation factors do not contribute significantly to the reliability index of the bridge studied herein. Future studies should investigate the reliability index over time, assuming correlation factors between pier components rather than among piers, if those are portal frames. 
Finally, the maintenance interventions (in years) given by the intersections between the target reliability index over time (dashed lines in Figures 21 and 22) and the reliability index from the numerical simulations of each portal frame are plotted in Figure 25. 
Piers 1 and 2 show the highest and lowest time for maintenance interventions, 64 and 35 (on average) years, respectively. Conversely, Piers 3 and 4 require maintenance at 42 and 46 years, and Piers 5-to-9 at 43 years. Finally, Piers 10, 11 and 12 reach the target reliability at around 47 years. 
It is worth noticing that once the failure probability over time has been quantified, it can be multiplied by a proper cost-utility metric to assess the risk associated with a specific failure event. Such a risk assessment can then be used to obtain a decision variable for decision-making strategies and optimal maintenance schemes.
[image: ]
Figure 25. Maintenance interventions


8. CONCLUSIONS AND FUTURE WORKS 
The reliability analysis of an existing thirteen-bay RC bridge was conducted to investigate the effects of the increasing traffic loading demand and spatially variable corrosion over time. A probabilistic approach was developed to estimate the time initiation, propagation, and deterioration. The temperature data from a local database for a specific time interval were used to identify the minimum and maximum temperature cycle effects on the environmental factor and, thus, on the corrosion stages. The three-dimensional interaction domain and the shear capacity surface response were obtained to calculate the capacity of each RC component. Finally, the reliability indices from the numerical analyses were compared against the values provided by EN-1990 (2002). From the comprehensive parametric study, the following conclusions can be drawn:
· The lognormal distribution having mean variable with cover-to-diameter ratio and a constant standard deviation is appropriate to describe the critical pit depth along the steel reinforcement bars;
· The generalised extreme value distribution can accurately describe the pitting factor;
· The minimum and maximum average temperatures for a specific time interval can be described via a generalised extreme value distribution and adopted to calculate the environmental factor;
· The environmental factor can be modelled with a gamma distribution. The results indicated that climatic-related phenomena could reduce the corrosion occurrence time, i.e., from 28 years to 26 years;
· A uniform distribution for evaluating the severe cracking width seems to be a good trade-off between available experimental results and formulations available from technical standards; 
· The lognormal distribution could adequately describe the critical crack width that leads to the concrete cover spalling. This distribution showed that the basic assumption of 1 mm for the crack inducing the spalling is quite conservative; 
· The comparison of available experimental flexural failures and the failure model proposed herein proves the reliability and the efficiency of the developed tool to predict the flexural capacity of corroded and non-corroded RC components;
· The surrogate model for the shear strength of corroded RC components, based on the modified compressive field theory and the statistical significance parameters presented in Figure 18, showed that such a methodology a practical analytical tool; 
· The traffic flow data could be adequately modelled by a power-law regression and a logistic law regression based on monitored data from a national database;
· The results from the reliability analysis showed that the numerical reliability index decreased over time. Pier 2 illustrated the lowest reliability, with a total decrease of 72% at the end of the bridge lifetime compared to the pristine bridge. On the other hand, Pier 1 showed the highest reliability index from 7.28 to 3.30. The predominant failure mode for Pier 1 was the flexure of the RC columns up to 20 years; afterwards, RC beams governed the structural failure. Piers 3 and 4 produced different reliability indices, mainly due to stronger beams included in Pier 3. Piers 5-to-9 showed similar behaviour with β from 9.2 for the pristine bridge to 2.52 at 100 years with a total decrease of 75% for the structural capacity of the portal frames. Likewise, Piers 10-to-12 had a dominant flexural failure of the rectangular beams. Unlike Piers 5-to-9, the reliability index was slightly higher over time;
· Flexure was the predominant failure of each portal frame composing the sample bridge. In particular, the normalised reliability index in Figure 23 shows that the shear safety margin is always higher than the flexural one for gravity analyses;
· The comparison of the reliability index values for the complete and zero correlation illustrated that the effects of corrosion are so severe as to reduce the effects of the correlation. Further studies should focus on numerical analyses where the random field is applied to single components of each pier rather than studying correlation among piers;
· The bridge piers reached the target reliability at different times, ranging between 65 years (Pier 1) and 34 years (Pier 2). The remaining Piers (3-to-12) illustrated a maintenance intervention between 42 years and 47 years. Such results are relevant for decision-making strategies and optimal maintenance schemes;
· Further studies should investigate the reliability index profile obtained using more sophisticated statistical distributions than the uniform distribution to simulate the on-peak and off-peak traffic flow;
· Such a holistic approach, based on a comprehensive reliability framework, represents a step forward for a proper evaluation of the post-earthquake response and viability of existing RC bridges [Ghasemi and Lee (2021)] due to its flexibility to be integrated with other natural hazard analyses (i.e., earthquakes, winds, and floods). 
This study suggests that future experimental and numerical studies should focus on the crack width leading to cover spalling. The probabilistic distribution provided in this manuscript appears to be quite an improvement compared to the basic assumption in the literature.








Appendix A

[bookmark: _Hlk75870324]Table A1. Statistical distribution of the model parameters in Eq. (2).
(keynotes:  and σ for the lognormal distribution are the mean and the standard deviation of the associated normal distribution , w/b – It is assumed 0.5 in this study; Beta (a, b, lw, up) is a beta distribution with a and b shape parameters, and lw and up lower and upper bounds, respectively; Gamma (μ, σ) is a gamma distribution with shape parameter  and scale parameter  )
	Parameter
	Description
	Distribution Name
	 
	 
	 
	 

	
	
	
	μ
	σ
	
	

	X1
	Model Uncertainty
	Lognormal (μ, σ)
	1
	0.05
	 
	 

	
	
	
	μ
	σ
	
	

	DCl
	Chloride Diffusion Coefficient
	Normal (μ, σ)
	15.8 ‧10-12 (m2/s)
	0.2μ
	 
	 

	
	
	
	μ
	σ
	
	

	ke
	Environmental Factor
	Gamma (μ, σ)
	0.676
	0.114
	 
	 

	
	
	
	μ
	σ
	
	

	kt
	test method factor
	Normal (μ, σ)
	0.832
	0.024
	 
	 

	
	
	
	a
	b
	lw
	up

	kc
	Execution Factor
	Beta (a, b, lw, up)
	4.445
	2.333
	0.400
	1.000

	t0
	Reference time
	Deterministic
	0.0767 yr
	 
	 
	 

	
	
	
	μ
	σ
	
	

	Ccrit
	Critical Chloride Content
	Normal (μ, σ)
	0.5
	0.1
	 
	 

	CS0
	Surface Chloride Concentration
	
	
	
	
	

	It is calculated as a function of the water-to-binder ratio (w/b=0.5): CS0 = AS0 (w/b) + εS0.   

	
	
	
	μ
	σ
	
	

	AS0
	Chloride content regression parameter
	Normal (μ, σ)
	2.565
	0.356
	 
	 

	
	
	
	μ
	σ
	
	

	 εS0 
	Error term for the chloride concentration
	Normal (μ, σ)
	0
	0.405
	 
	 

	
	
	
	a
	b
	lw
	up

	ncl
	Age Factor
	Beta (a, b, lw, up)
	4.075
	9.508
	0.000
	1.000
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Figure A1. Layout of the Corrosion Numerical Procedure
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