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Abstract: Atmospheric corrosion can seriously affect the performance of steel structures over long 
periods of time; thus, it is essential to evaluate the rate of corrosion and subsequent modification of 
dynamic properties of a structure over different time periods. Standards and codes represent the 
general guidelines and suggest general protection techniques to prevent structures from corrosion 
damage. The available models in the literature propose the thickness reduction method that 
accounts for the exposure time of structures in corrosive environments. The purpose of this study 
is to review the existing corrosion models in the literature and report as well as compare their 
effectiveness in low (C2 level), medium (C3 level) and high (C4 level) corrosivity class in accordance 
with the ISO standard. Furthermore, the influence of corrosion loss during the lifetime of a structure 
is studied through a realistic case study model using FEM (finite element method) in both linear 
and nonlinear regions. The results showed that the corrosion can considerably affect the dynamic 
characteristics of the structure. For instance, the vibration period rose up to 15% for the C4 class and 
100-year lifespan. Additionally, the corroded structure presented higher acceleration and drift 
demand, and the base reaction forces were reduced up to 60% for the same class and time period. 

Keywords: atmospheric corrosion; steel structure; process unit; petrochemical plant; seismic 
assessment; urban and industrial zone 
 

1. Introduction 
Structural steel tends to corrode naturally due to exposure to moisture and oxygen 

and the annual cost due to corrosion of steel structures, especially at coastal sites, can be 
tremendous. According to the last report of National Association of Corrosion Engineers 
(NACE), the global cost of corrosion was estimated about USD 2.5 trillion annually, which 
is 3.4% of the global gross domestic product (GPD) [1]. However, structural systems can 
be protected against corrosion and exhibit adequate lifetimes by employing appropriate 
maintenance techniques and rational design. 

The effect of corrosion is defined by the average depth loss; D, relative to the initial 
thickness and mass loss ratio as follows: 

𝐷 =  (
𝑚 − 𝑚

𝑚
)  ∗  𝑡  (1)

where m and m0 are the mass of corroded and uncorroded components in the same order 
and t0 is the thickness of the undamaged element. Corrosion mass loss can reduce the 
overall structural performance by changing the inherent structural characteristics of the 
system. 

Recently, a study [2] was conducted regarding the dynamic characteristics of two 
code-consistent steel truss structures with respect to corrosion propagation in marine 
environment. The results showed that the frequency was reduced for all modes of 
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vibration and structures, considering maximum corrosion depth, D, equal to 1.4 mm. It is 
worth noticing that the first transversal mode of a truss roof was reduced by 17% which 
corresponded to the maximum D and 20 years of exposure. 

Material mechanical properties are modified after severe corrosion attacks. Recently, 
some researchers focused on the efficacy of the corrosion loss on the physical properties 
and seismic performance of corroded components through tensile strength testing [3–8]. 
The value of material properties (yield and ultimate strength, module of elasticity and 
elongation) were declined with the growth of corrosion damage level. Additionally, [5] 
showed that a structure can experience a decrease in the amount of energy dissipation 
and an increase in the maximum story drift ratio when the mass loss increases. 

There are a number of corrosion wastage models for steel structures which relate the 
effective environmental factors to the exposure over time [9–11]. Most of these models 
were calibrated in marine environments that have the highest rate of damage, and are 
impractical in other corrosive environments with different environmental conditions 
(different rates of sulfur, chloride ion or relative humidity). Indeed, there is scarce 
literature regarding the assessment of corrosion effects in urban and especially in 
industrial zones with medium rates of pollutants, whereas the European codes [12] 
provide general recommendations, mostly related to appropriate surface protection 
techniques and materials to prevent corrosion occurrence, but there are no guidelines on 
the evaluation of thickness loss with time. 

The objective of the present study is to provide a comprehensive review of available 
corrosion models of steel structures in the literature and study their effectiveness in 
structural performance in different atmospheric environmental conditions in long-term of 
exposure, focusing on low to high (C2 to C4) corrosivity classes. These levels can be 
expressed by the presence of corrosive factors in air from rural atmosphere (low rate of 
pollutant) to industrial atmosphere (high rate of pollutant, see Table 1). 

Table 1. Different corrosivity categories based on ISO9223 [13]. 

Corrosivity Categories Corrosivity Typical Outdoor Atmospheric Environments 

C1 Very low Dry or cold zone with very low pollution and TOW * 
e.g., deserts, Antarctic zone 

C2 Low 

Temperate zone with low pollution (SO2 (μg/m3) < 5), e.g., 
rural areas. 

Dry and cold zone with short TOW, e.g., deserts and 
subarctic areas 

C3 Medium 

Temperate zone with medium pollution 
(5 < SO2 (μg/m3) < 30) and low chloride effect, e.g., urban 

areas and coastal areas with low concentration of chloride 
ions 

Subtropical and tropical zones with low pollution 

C4 High 

Temperate zone with high pollution (30 < SO2 (μg/m3) < 90) 
or considerable effect of chlorides, e.g., polluted urban 

areas, industrial areas, coastal areas without spray of salt 
water or, de-icing salts influences 

Subtropical and tropical zone with medium pollution 

C5 Very high 

Temperate zones with high pollution levels (90 < SO2 
(μg/m3) < 250); high chloride deposition rates, e.g., 

industrial areas, coastal and sea zones and sheltered 
positions on coastline. 

CX Extreme 
Subtropical and tropical zone with significant TOW, 
atmospheric environment with very high level of SO2 

deposits (SO2 (μg/m3) > 250) including accompanying and 
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production factors with profound effect of chloride 
concentration, e.g., extreme industrial areas, coastal areas 

and contact with salt spray 
* TOW = time of wetness. 

To fulfil this goal, first a holistic view of the mechanism of corrosion and its main 
causes in steel structures were provided. Then, a quantitative comparison of the most 
updated and reliable corrosion models of steel structures in atmospheric environment 
according to the various corrosivity categories (Table 1) are reported and the most 
significant differences in long period of time were outlined. Furthermore, to assess the 
dynamic characteristics of corroded structures, a realistic case study that refers to a 
process unit inside a petrochemical plant was analyzed using the finite element method 
(FEM) in various corrosion rates. Nonlinear time history analyses (NLTH) were carried 
out to evaluate the seismic response of the structure under earthquake records. 

2. Corrosion of Metals 
Metals are rarely in their elemental forms and they are combined with oxygen and 

other abundant chemicals to form thermodynamically stable ores. These tend to be oxides 
and mineral ores; hence, they are found in this form and must be purified in energy 
intensive processes (Figure 1). Corrosion is defined chemically as a spontaneous chemical 
or electrochemical reaction between a material (generally metal or alloy) and a corrosive 
environment that leads to destruction of material [14]. 

 
Figure 1. Refining corrosion cycle of steel components. 

The chemical reactivity of a metal often involves the transfer of its electrons to 
environmental electron scavengers and an electrochemical process that tends to see the 
electrons move in order to complete an electrical circuit, which can occur when certain 
electrolyte solutions come in contact with the metals, either from moisture, soils or gasses. 
The difference of potential between two areas of the metal, named cathodic (reduction of 
hydrogen or oxygen ions) and anodic (oxidation or dissolution of the metal), can produce 
an electric current which can result in thickness loss on the entire surface or locally [14]. 

Corrosion can be classified using different approaches. The most conventional 
classification divides the corrosion types according to their appearance which some of 
them can be identified visually and others are not visible (Figure 2). The most common 
types of corrosion attacks on steel components can be expressed as follows [14]: 
a. Uniform corrosion: generating a uniform layer of rust (formation of oxide) over the 

surface of the metal exposed to atmosphere. In principle, uniform corrosion can 
reduce the rate of corrosion by limiting the contact surface between metal and the 
atmosphere. This is the most common type of corrosion in steel bridges. 

b. Galvanic corrosion: When two metals with different corrosive potential are placed 
together with the presence of a corrosive environment (electrolyte), the current flow 
and hence corrosion damage occur. 

c. Pitting Corrosion: One of the most common forms of corrosion with local attack 
which sometimes taking the form of deep holes (pits) into steel surface. This kind of 
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corrosion in the presence of imperfection in steel components or dirt on its surface 
can engender cracks into the metal surface. 

d. Crevice Corrosion: This type of localized corrosion occurs by the differences between 
ion concentration in dissimilar environments (different ion concentration) inside and 
outside of the small crevice. 

e. Erosion Corrosion: When flowing of fluid with the relatively high velocity attacks 
over the surface of the metal, it can remove the coating film and accelerate the 
corrosion process. 

f. Stress Corrosion: In the presence of corrosive environment and applied tensile stress, 
brittle cracking occurs into the metal. 

g. Fatigue Corrosion: Repeated applied load with the corrosive environment causes 
stress concentration which leads to cracks into the metal. 

h. Fitting Corrosion: When two surfaces are in close contact in the presence of load 
provoke the abrasion of the surfaces by oxide. 

i. Intergranular Corrosion: The corrosion attack between steel grain boundaries which 
affect the mechanical properties of the material. 
This research focuses on the outdoor atmospheric corrosion as the most common 

form of corrosion in steel structures. 

 
Figure 2. Prevalent forms of corrosion in steel structures: (a) uniform; (b) pitting; (c) crevice; (d) galvanic; (e) fatigue; (f) 
stress; (g) erosion; (h) intergranular; and (i) fitting corrosion. 

There are several factors that affect the rate and progress of corrosion including 
environmental effects such as temperature, moisture, atmospheric pollutants (sulfur and 
chloride), type of material (different grade of steel), protection techniques and presence of 
crevice, stress or pollutants. The presence of these detrimental factors initiate corrosion 
and thus, decrease the capacity and make tremendous economic losses [14,15]. In the 
following section, a brief overview of the available models in the literature are discussed. 
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3. Corrosion Modeling 
The existing numerical models are divided into two groups, namely heuristic and 

deterministic. Deterministic approaches are multi-scale models that account for the 
fundamentals of corrosion mechanisms to simulate the corrosion rate. Simulating the 
kinetics of a corroding system and/or metal-electrolyte interface to describe the corrosion 
rate can improve the robustness of the model. However, the model can become complex 
when several parameters are considered, referring to the interaction with gaseous and 
liquid environment, anodic and cathodic reaction of zinc and iron as well as diffusion of 
oxygen in immersed conditions [16]. On the other hand, the heuristic models that the 
present study focuses on are described from the regression of measured data, e.g., weight 
loss measurements or corrosion rate as a function of varied environmental parameters, 
e.g., temperature, relativity humidity, time of wetness as well as chloride deposition and 
time. Thus, they are simple in calibration, though they cannot be applicable to 
environmental conditions other than the one that the model was calibrated for. In general, 
it is possible to divide this approach into first and second level. The first-level studies the 
model from the initial chemical compound which initializes damage. The second-level, 
which the present study focuses on, interests engineers and is obtained from the 
observation and statistical analysis of experimental data with respect to the time of 
exposure. 

The power function models (heuristic) were calibrated in different environmental 
conditions. The problem of these models pertained to the deficiency of a sufficient number 
of environmental factors in the calculation of the corrosion loss. To calculate the corrosion 
depth (in μm or g/m2) for the long-term, the time-dependent model that relates the 
corrosion loss at the first-year of exposure (A) with time according to the statistical 
analysis of the experimental data was obtained as follows [17]: 

𝑑(𝑡) = 𝐴𝑡  (2)

where A is the first-year corrosion rate, B is the coefficient which shows the long-term 
exposure effect considering the effect of protective products and environmental factors 
and t is time of exposure in years. From the mathematical point of view, if B > 1, it is clear 
that the corrosion process is accelerated. Alternatively, in the case of B < 1, the deceleration 
of process governs the corrosion loss and if B = 1, the corrosion rate is constant. Generally, 
when the coating layer is damaged, the corrosion process starts. This process ends when 
the rust layer covers all the steel surface. 

As mentioned by Benarie and Lipfert [17], the B coefficient shows the chemical 
activity and performance of the product layer on the metal’s surface, which is influenced 
by the environmental factors and pollutants. Based on the collected data in this paper, the 
estimation of A (first-year corrosion rate) for steel was identified with concentration of 
sulfur ions (SO2), and the calculation of the B coefficient was found based on the average 
rain pH. Few years later, Feliu et al. [18,19] proposed a similar power model (Equation 
(1)) accounting for the A value as the relation between different pollutants and 
metrological parameters in the form of binary interactions. Moreover, the value of B for 
different environmental conditions was discussed. Furthermore, Ma et al. [4] proposed A 
and B coefficients by accomplishing several experiments on mild carbon steel with 
different distances from the sea in a tropical marine environment over 3 years. They 
showed that due to the presence of chloride ions (Cl−) adjacent to the sea water (marine 
environment), the transition point (where the corrosion rate changes with respect to time) 
moved forward compared to the industrial atmosphere. 

International Standard ISO 9224 in 1992 [20], provides a bi-linear model which states 
that the corrosion loss is in accordance with two separated linear parts (see Equation (3)). 
This general model divides the corrosion process into the initial average corrosion rate 
(rav) and subsequent years based on the average steady corrosion rate (rlin) up to the 10th 
year. It is assumed that the corrosion rate will be diminished after 10 years due to the 
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creation of rust layers. These average corrosion losses are revised in the latest reports of 
ISO in 2012 [13,21]. 

𝑑(𝑡) =
𝑟  𝑡, 𝑡 < 10

𝑟 ∙ 10 +  𝑟  (𝑡 −  10), 𝑡 ≥ 10
 (3)

where t is time of exposure during the structure lifetime. 
A similar power-linear function method is studied in 2016 which appropriate for up 

to 50 years old structures and the results are valid just for C1 to C3 corrosivity classes [22]. 
They concluded that after six years exposure of the structure in corrosive environment, 
the corrosion rate remained constant with respect to time (steady-state phase; rlin, in 
Equation (3)). 

Additionally, a new power-linear model was described by [21]. In this case, the 
corrosion rate becomes linear after 20 years of exposure (Equation (4)) and it is given by: 

𝑑(𝑡) =
𝑟 𝑡 , 𝑡 ≤ 20

𝑟  [20  +  𝐵 (20 ) (𝑡 −  20)], 𝑡 > 20
 (4)

where 𝑟  is the corrosion rate in the first year of exposure in grams per square 
meter per year (g/(m2.yr)) or micrometer per year (μm/yr) consistent with ISO9223 [13]. 
Adjustment work reported by Albrecht and Hall Jr in 2003 [23] where the steady-state 
point was modified to subsequent years after the first year of exposure (instead of year 10 
in Equation 3). A nonlinear time-dependent model was recommended by Soares and 
Garbatov [24] in 1999, was separated into three main parts (Figure 3). At the first stage 
(OA) there is no corrosion due to the presence of protection layer. The second part (AB) is 
the initiation of corrosion because of damage to coating layer. The slope of the plot 
(corrosion rate) decreases until the corroded layer appears on the entire element surface 
(zero corrosion rate at C). This model can be utilized in different environmental conditions 
(Equation (5)) and it holds that: 

𝑑(𝑡) =
𝑑 (1 − 𝑒 ( )/ ), 𝑡 > 𝜏

0, 𝑡 ≤ 𝜏
 (5)

where 𝜏  is coating life, 𝑑  is the long-term thickness of the corroded component and 𝜏  
is transition time which is calculated as 𝑑 /𝑡𝑔 ∝. 

 
Figure 3. Corrosion degradation model by Soares et al. [24]. 

Indeed, corrosion initiates after damaging the protection layer (coating) and 
continues until the connection between metal surface and atmosphere stops, and the 
corrosion rate becomes zero. This model is calibrated with the data on member of bulk 
carrier in marine environment [25]. 

A model was represented in 2003 by [26], considering the interaction between 
corrosion protection system and environment as pitting corrosion, before the coating layer 
was completely damaged. In other words, after the coating layer loses its effectiveness, 
the general corrosion starts, and the corrosion rate decreases due to development of 
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corrosion products on the metal surface. A few years later a new model considering the 
interaction between environmental variables (TOW, sulfur oxide, chloride and annual 
temperature) was proposed which represented in the form of dose-function model as 
follows [27]: 

𝑑(𝑡) = 𝐴 ∙  𝑡  
𝑇𝑂𝑊

𝐶
∙  1 +

[𝑆𝑂 ]

𝐸
∙ 1 +

[𝐶𝑙]

𝐺
∙  𝑒 ( ) (6)

where TOW is annual time of wetness (h/year), T is air temperature (C) and A, B, D, E, F, 
G, H, J and T0 are coefficients proposed in the paper. 

In Figure 4, the comparisons among selected models in atmospheric environment are 
displayed from low to high class of corrosivity using MATLAB programming software 
[28]. 

  
(a) (b) 

 
(c) 

Figure 4. Comparison between different corrosion models: (a) C2; (b) C3; (c) C4 corrosivity level. 

The corrosion loss before the 10th year are relatively close in all approaches, except 
in Klinesmith et al. model [27]. Results show that Klinesmith et al. [27] model 
overestimated the corrosion loss in long exposure of time, and accordingly, this model is 
not appropriate for estimating the corrosion loss in long-term. It should be noticed that 
the ISO9224 (1992) model [20] is similar to Albrecht and Hall Jr method [23] with different 
transition point. 

4. Case study Model 
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For evaluating the performance and identifying the dynamic response of structures, 
an irregular petrochemical steel tower is taken as a testbed so as to verify the effectiveness 
of corrosion damage to the structural behavior at different corrosivity levels. 

The building is located in the Caribbean region with tropical environment, 61.30-m 
high, made of steel with 7682 kg/m3 density, 200 GPa module of elasticity and 250 MPa of 
yield strength. It comprises a steel braced frame and ordinary moment frame (OMF) as 
lateral resistance systems in X and Y directions, respectively. To examine the influence of 
flexibility of the beam-to-column connections, mainly in the X direction, two different 
lateral resisting systems were calibrated. In addition to the original system, a dual system 
was modelled with both directions being restricted. After comparing the vibration modes 
for the two different structural types, it was concluded that the maximum difference was 
8% and 2% in the X direction and Y direction, respectively. Given that the flexibility of 
connection did not influence considerably the response, the original configuration of 
frames was considered in the assessment. Finally, the column nodes at the base are 
assumed to be fixed. column-base connections are assumed to be fixed. The design was 
performed following American design codes [29–31]. Figure 5a,b shows a 3D and a plan 
view of the process unit, respectively. 

 
 

 

(a) (b)  

Figure 5. Steel process unit using SAP2000 [35]: (a) 3D view and (b) 2D view. 

High percentage of mass is concentrated at the lower part of the building because of 
the significant number of equipment and vessels which have substantial role in the 
dynamic response of the steel tower. Point hinges are allocated at both ends of the beam 
and column elements to account for the plasticity of structural members. 

Table 2 summarizes several design parameters which are useful for the assessment 
in the following. In particular, the process unit is classified into risk category III [29]; given 
that the tower processes hazardous and toxic substances that can expose human and 
environment at risk. The long and short period acceleration, S1 and SS, for the site of 
interest are equal to 0.375 and 1.37 g, respectively, which classify the structure into seismic 
design category D. The seismic hazard of the site was derived from Bozzoni et al. [32]. 
Finally, the importance factor, site class and first vibration period were set equal to 1.25, 
D (Vs,30 = 187 m/s) and 1.30 s. 
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Table 2. Seismic assessment parameters. 

Parameter Value 
Occupancy/risk category III 
Seismic design category D 

Importance factor (Ie) 1.25 
Short period acceleration (Ss) 1.37 g 
Long period acceleration (S1) 0.375 g 

Site class D 
Fundamental period (Ta) 1.30 s 

According to a local Environmental Management Authority (EMA) annual report 
[33], the average annual maximum temperature in the region of interest was 31.26 °C and 
the PM10 concentration (particulate matter less than 10 microns in size) was estimated 
around 29.7 μg/m3. Additionally, based upon the recent report of this environmental 
organization [34], reported from another station during the first half of 2021, the 
concentration of SO2 was less than 0.5 ppb (2.66 μg/m3) and the average concentration of 
NO2 was estimated at 6.8 μg/m3 (Table 3). The annual average relative humidity (RH) was 
assessed around 82% in last year (over 80% for 9 months). 

Table 3. Annual mean pollutants. 

Pollutant EMA [33,34] ISO9223 [13] 
NO2 6.8 (μg/m3) Rural atmosphere 
SO2 <1.33 (μg/m3) Rural atmosphere 

PM10 * 29.7 (μg/m3) Urban atmosphere 
RH 82% Industrial atmosphere 

* It is reported around 34 μg/m3 in average at EMA recent report in 2021. 

According to the afore-mentioned environmental and meteorology reports and due 
to the tropical and industrial zone of the case study location and particularly high rate of 
humidity, ISO9223 prescribes that this area should be classified in C4 zone (high 
corrosivity level, see also Table 1). 

To perform seismic analysis, the computational platform SAP2000 [35] was 
employed. Μodal and time history analyses were carried out for different corrosivity 
levels with respect to different exposure of time (from 10 to 100 years) to estimate the 
dynamic response of structure during its lifetime. 

According to the available data from literature, the corrosion loss, d(t), was assumed 
as average uniform thickness reduction (in micrometer) [23]. In fact, the percentage of this 
reduction is not the same for the entire cross section; to this effect, different scenarios are 
studied, namely the mass loss of the entire cross section, the mass loss of the web only and 
mass loss of the flanges (Figure 6). 

 
Figure 6. Schematic corrosion mass loss for: (a) entire section; (b) Web only; (c) flanges only. 
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Wang et al. [6] proposed the following modified linear equations that account for the 
corrosion degradation through accelerated corrosion test: 

𝑓 = 𝑓 ∗ (1 −  1.09𝜂)

𝑓 = 𝑓  ∗  (1 −  1.07𝜂)
  (7)

where fy and fu are the yield and ultimate tensile strength of the corroded element, whereas 
fy0 and fu0 are yield and ultimate tensile strength of uncorroded part respectively and 𝜂 is 
the mass loss ratio. In this study, the computation of the mass reduction due to corrosion 
attacks from different outdoor atmospheric corrosivity levels (C2 to C4) is determined by 
different methods based on their highest influence. As demonstrated in Figure 4, the 
ISO9224 (2012) [21] model (with guiding values) for C2 and C3, and Albrecht and Hall Jr 
(2003) method [23] for C4 level have the highest effect between other approaches. Because 
of the overestimation of corrosion loss by Klinesmith et al. [27] in long term exposure and 
due to the similarity of ISO9224 (1992) method [20] with Albrecht and Hall Jr model [23], 
these models are not considered in the case study model. 

To assess the response along the height of the structure, five nodes were taken in 
different levels, as shown in Figure 5b(A–E). The drifts and accelerations of these nodes 
were studied at each level of corrosivity. The square root of the sum of the squares (SRSS) 
rule was used to combine the results of both directions. 

5. Seismic Response Analysis 
5.1. Modal Analysis 

To compute the dynamic response of the damaged (corroded) structure in linear 
region, the modal analysis was carried out during the structure life-time period. Due to 
the irregularity of the structure and in contrast with common buildings, the effect of 
higher modes is significant, whilst the first mode pertained to the equipment and vessels. 
In this study, the modes with mass participation higher than 10% were considered at each 
transitional direction (X and Y). Thus, mode number 4 and 11 in X direction and mode 
number 3 and 12 in Y direction were selected for comparing the period of vibrations at 
each corrosivity category (Figure 7). To account for corrosion effects, the thickness 
reduction approaches were adopted (Figure 6) and the results were compared and 
summarized below (Figures 8–10). For consistency, the vibration period of corroded 
structure (TC) was evaluated with respect to uncorroded model (TUC). 

    
(a) (b) (c) (d) 

Figure 7. Mode shapes of the case study model for: (a) mode no. 3 in Y direction; (b) mode no. 12 in Y direction; (c) mode 
no. 4 in X direction; (d) mode no. 11 in X direction. 
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(a) (b) 

  
(c) (d) 

Figure 8. Normalized period of vibration with respect to exposure time (entire section mass loss) for: (a) mode no. 3 in Y 
direction; (b) mode no. 12 in Y direction; (c) mode no. 4 in X direction; (d) mode no. 11 in X direction. (TC and TUC refer to 
corroded and uncorroded cases, respectively). 

  
(a) (b) 
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(c) (d) 

Figure 9. Normalized period of vibration respect to exposure time (effect of corrosion on flanges only) for: (a) mode no. 3 
in Y direction; (b) mode no. 12 in Y direction; (c) mode no. 4 in X direction; (d) mode no. 11 in X direction. (TC and TUC are 
for corroded and uncorroded cases respectively). 

  
(a) (b) 

  
(c) (d) 

Figure 10. Normalized period of vibration with respect to exposure time (effect of corrosion on web only) for: (a) mode 
no. 3 in Y direction; (b) mode no. 12 in Y direction; (c) mode no. 4 in X direction; (d) mode no. 11 in X direction. (TC and 
TUC are for corroded and uncorroded cases respectively). 
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5.2. Time History Analysis 
In this study, a number of 20 far-field earthquake records are selected based on the 

conditional spectrum approach [36] provided by PEER strong ground motion database 
which are presented in Table 4. 

Nonlinear time history analyses were performed by taking the three thickness loss 
approaches into account (Figure 6). Additionally, the impact of corrosion on the 
mechanical properties of the structure was considered based on Equation (7), without 
reducing the geometric properties of the main model. In this method, the yield and 
ultimate tensile strength of the material were modified according to the mass loss at each 
class of corrosivity. For calculating the mass ratio ( 𝜂 ), the thickness mass reduction 
method of the entire section in C4 level of corrosivity (proposed by ISO9223 [13]) was 
employed. 

Table 4. Earthquake event and parameters of recorded ground motion for far-field records set. 

Record No Earthquake Name Year Time Steps (s) PGAY (g) PGAX (g) 
1 “N. Palm Springs” 1986 0.005 0.060 0.114 
2 “Whittier Narrows-01” 1987 0.005 0.203 0.295 
3 “Loma Prieta” 1989 0.005 0.072 0.074 
4 “Loma Prieta” 1989 0.005 0.127 0.126 
5 “Loma Prieta” 1989 0.005 0.192 0.140 
6 “Loma Prieta” 1989 0.005 0.179 0.369 
7 “Loma Prieta” 1989 0.005 0.215 0.204 
8 “Landers” 1992 0.005 0.134 0.136 
9 “Northridge-01” 1994 0.010 0.102 0.063 

10 “Northridge-01” 1994 0.010 0.126 0.156 
11 “Northridge-01” 1994 0.020 0.239 0.167 
12 “Kocaeli_ Turkey” 1999 0.005 0.186 0.252 
13 “Chi-Chi_ Taiwan” 1999 0.004 0.063 0.052 
14 “Chi-Chi_ Taiwan” 1999 0.005 0.060 0.068 
15 “Chi-Chi_ Taiwan” 1999 0.005 0.169 0.124 
16 “Chi-Chi_ Taiwan” 1999 0.005 0.039 0.044 
17 “Chi-Chi_ Taiwan” 1999 0.005 0.072 0.076 
18 “Chi-Chi_ Taiwan” 1999 0.004 0.169 0.124 
19 “Chi-Chi_ Taiwan” 1999 0.004 0.093 0.091 
20 “Chi-Chi_ Taiwan” 1999 0.004 0.072 0.058 

6. Discussion and Results 
To compare the structural responses subjected to different corrosion classes in the 

linear region, modal analysis was employed, and the outputs are plotted for each mode 
separately. In the present paper, the effect of C2 to C4 corrosivity categories were 
considered, which referred to low (C2), medium (C3) and high (C4) levels of damage due 
to corrosion attacks. 

The highest increase in the vibration period was observed in the case of corrosion on 
the entire section, corrosivity level C4 and 100 years lifetime, and it was equal to 15% 
approximately (see modes 12 and 11 in Figure 8b,d). In the rest of cases (Figures 9 and 10), 
the corresponding rise was smaller than 8%. It is assumed that the reference period of the 
process unit under consideration is roughly 63 years (more details about the reference 
period for petrochemical plants can be found in [37]); hence, the vibration rises by 3%, 5% 
and 10% in the case of corrosion effect on web, flange and the entire section, respectively, 
regarding the C4 corrosivity level. Additionally, it should be highlighted that the structure 
experiences a sudden decrease in period of vibration after 80 years in C4 corrosivity level. 
This is because of the flanges mass loss that caused change in mass participation of modes 
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(the change is illustrated by hollow circles in Figure 9b). It is concluded that the depth 
mass loss increases linearly with respect to period of time, as it was also illustrated in a 
recent study [2]. 

For assessing the performance and dynamic characteristics of corroded structure in 
nonlinear region, the time history analysis was employed. The time history analysis was 
considered as a powerful tool to accurately assess the seismic performance of the structure 
in different environmental conditions under dynamic loads. A comparison among all 
methods was performed at 20, 50 and 100 years of the building which refer to normal, 
design and long-term life of the structure, respectively. 

The combined lateral drifts in both X and Y directions of each node with respect to 
its height are evaluated and their differences are shown (see Figure 11). For consistency, 
the results are normalized to the uncorroded case value. As illustrated in Figure 11, node 
E experiences the highest impact compared with other nodes. This increase is 
approximately duplicated in the highest level of corrosivity in long-term life of the 
structure (damage of entire section in C4 level). 

Similarly, the average combined peak acceleration of each node was evaluated, and 
the results are compared with each other in Figure 12. In particular, under the worst 
corrosion scenario model (entire section mass loss in C4 class of corrosivity), there is an 
increase by 29% in 100 years for node E. This value is 2.7 and 6.4 times larger in the same 
condition than using flange and web section thickness loss methods, respectively. The 
difference between the values of the acceleration in upper nodes (A–C) of corroded 
structure and acceleration of the uncorroded case was less than 10%. 

It should be noticed that the change in the mechanical properties results in negligible 
impact on the drifts and accelerations (below 5%). 
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Figure 11. Comparison of drift ratio and mass loss for: (a) node A; (b) node B; (c) node C; (d) node D; (e) node E. 
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Figure 12. Increase in acceleration with respect to time for: (a) node D; (b) node E. 

Severe corrosion damage affects the resistance capacity of the structure. This damage 
which is related to the changes of material properties or section thickness reduction results 
in changes in internal forces. To this effect, the worst scenario (widespread damage in C4 
level of corrosivity at 100 years) of building was considered for all approaches to compare 
the response of the structure using different mass loss techniques. The resultant reactions 
from seismic loading with respect to the life time of the structure are evaluated for 
different forces. Figure 13 illustrates the variation of reaction forces of the building for all 
approaches in the worst environmental condition and long-term of exposure for each 
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direction where VC, PC and MC are the shear, axial and moment forces of corroded model, 
respectively, and VUC, PUC, and MUC are for uncorroded model in the same order. 

 
(a) 

 
(b) 

 
(c) 

Figure 13. Variation of reaction force by different damage methods for: (a) shear; (b) axial and (c) moment force. (VC, PC, 
and MC are for corroded structure and VUC, PUC and MUC are related to uncorroded case). 

Figure 13 shows the reaction forces evaluated by different corrosion loss approaches 
in C4 level of corrosivity over a 100-year time period. To account for the mass loss ratio 
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(𝜼) of equation 7, the entire section mass loss method was employed. The mass loss was 
roughly 29% with respect to uncorroded structure for C4 class which was the highest rate 
of damage in the case study model. Figure 13a represents the modification values of base 
shear evaluated through four methods that can be found in the literature. The results show 
that the base shear of the structure decreased by applying different corrosion damage 
scenarios. This reduction is around 60% for the entire section mass loss and it is nearly 
halved for other damage techniques. Furthermore, the reduction in the case of axial 
reaction was 60% lower compared to the uncorroded case, as shown in Figure 13b. The 
modification of moment reaction forces is shown in Figure 13c. The considerable 
reduction of moment force is observed for all the approaches. The decrease varies between 
20% and 50%. 

7. Conclusions 
The effectiveness of different available thickness reduction corrosion models of 

structural steel has been discussed. Recently, new methods were proposed considering 
the effect of corrosion damage on the mechanical properties of the structure. However, 
there is a clear deficiency of probabilistic models that account for the corrosion rate in low 
to high rate of corrosion (C2 to C4 class). Indeed, most of the models were calibrated in a 
specific environment, which is mainly marine, and are useless in other environmental 
conditions, e.g., at urban zones. 

The performance of a petrochemical nonbuilding structure was used as a testbed 
considering harsh environmental conditions based on real observations of the site that 
structure is located in. Firstly, the structure was analyzed in the linear regime, and it was 
deduced that the period of vibration increases linearly for each class of corrosivity during 
the life time of the structure with respect to the mass loss rate. Similarly, there was an 
increase up to 11% and 26% in structural drift and acceleration demand for the web section 
mass loss in long exposure of time. The increase in structural response in case of flange 
and entire section loss were smaller and higher, respectively, than the aforementioned 
values. For the structure with the C4 level of damage in 100 years, the increase of drift was 
3× and 7.7× more than the drift for the C3 and C2 classes of corrosivity, respectively. The 
acceleration rise was 4× and 8× greater than for C3 and C2 damage levels, respectively. 
Negligible changes were observed by modifying the mechanical properties of the model 
(as a corrosion mass loss technique). 

Finally, the bearing capacity of the main model has been compared with the corroded 
structure in the presence of highest rate of corrosion, using time history analysis and 
accounting for nonlinear material. The mass loss reduction resulted in the decrease of 
reaction forces of the corroded structure, which was nearly equal amongst the different 
corrosion damage methods. In particular, this reduction was at least 50% for axial and 
shear forces, whereas it did not exceed 45% for all corrosion damage methods. 

Author Contributions: Conceptualization, L.DS and A.M.; methodology, L.DS, A.M. and G.K.; 
software, A.M. and G.K.; validation, L.DS, A.M. and G.K.; formal analysis, A.M. and G.K.; 
investigation, L.DS, A.M. and G.K.; resources, L.DS.; data curation, L.DS, A.M. and G.K.; writing—
original draft preparation, A.M. and G.K.; writing—review and editing, G.K. and L.DS.; 
visualization, A.M. and G.K.; supervision, L.DS.; project administration, L.SD.; funding acquisition, 
L.SD. All authors have read and agreed to the published version of the manuscript.  

Funding:  

Conflicts of Interest: The authors declare no conflict of interest 

 

 

 

References 



Buildings 2021, 11, x FOR PEER REVIEW 18 of 19 
 

1. Koch, G.; Varney, J.; Thompson, N.; Moghissi, O.; Gould, M.; Payer, J. International measures of prevention, application, and 
economics of corrosion technologies study. NACE Int. 2016, p. 3. 

2. Di Lorenzo, G.; Landolfo, R. Sensitivity study of dynamics variability for mild-carbon steel structures affected by corrosion. 
Open Constr. Build. Technol. J. 2019, 13. https://dx.doi.org/10.2174/1874836801913010251. 

3. Xu, S.; Wang, H.; Li, A.; Wang, Y.; Su, L. Effects of corrosion on surface characterization and mechanical properties of butt-
welded joints. J. Constr. Steel Res. 2016, 126, 50–62. https://doi.org/10.1016/j.jcsr.2016.07.001. 

4. Ma, Y.; Li, Y.; Wang, F. The atmospheric corrosion kinetics of low carbon steel in a tropical marine environment. Corros. Sci. 
2010, 52, 1796–1800. https://doi.org/10.1016/j.corsci.2010.01.022. 

5. Wang, H.; Wang, Y.; Zhang, Z.; Liu, X.; Xu, S. Cyclic behavior and hysteresis model of beam-column joint under salt spray 
corrosion environment. J. Constr. Steel Res. 2021, 183, 106737. https://doi.org/10.1016/j.jcsr.2021.106737. 

6. Wang, H.; Xu, S.; Li, A.; Kang, K. Experimental and numerical investigation on seismic performance of corroded welded steel 
connections. Eng. Struct. 2018, 174, 10–25. https://doi.org/10.1016/j.engstruct.2018.07.057. 

7. Xu, S.; Zhang, Z.; Qin, G. Study on the seismic performance of corroded H-shaped steel columns. Eng. Struct. 2019, 191, 39–61. 
https://doi.org/10.1016/j.engstruct.2019.04.037. 

8. Zhang, X.; Zheng, S.; Zhao, X. Experimental and numerical study on seismic performance of corroded steel frames in chloride 
environment. J. Constr. Steel Res. 2020, 171, 106164. https://doi.org/10.1016/j.jcsr.2020.106164. 

9. Di Lorenzo, G.; Rizzo, F.; Formisano, A.; Landolfo, R.; Guastaferro, A. Corrosion wastage models for steel structures: Literature 
review and a new interpretative formulation for wrought iron alloys. In Key Engineering Materials; Trans Tech Publications Ltd: 
Freienbach, Switzerland, 2019; Volume 813, pp. 209–214. https://doi.org/10.4028/www.scientific.net/KEM.813.209. 

10. Landolfo, R.; Cascini, L.; Portioli, F. Modeling of metal structure corrosion damage: A state of the art report. Sustainability 2010, 
2, 2163–2175. https://doi.org/10.3390/su2072163. 

11. Rizzo, F.; Di Lorenzo, G.; Formisano, A.; Landolfo, R. Time-dependent corrosion wastage model for wrought iron structures. J. 
Mater. Civ. Eng. 2019, 31, 04019165. https://doi.org/10.1061/(ASCE)MT.1943-5533.0002710. 

. 
12. EN 1993-1-1. 2005. “Eurocode 3: Design of Steel Structures - Part 1-1: General Rules and Rules for Buildings.” Eurocode 3 

1(2005):91 
13. ISO. Corrosion of metals and alloys. Corrosivity of atmospheres. Classification, determination and estimation. International Organization 

for Standardization: Geneva, Switzerland, 2012 ISO 9223: 2012. 
14. Popov, B.N. Corrosion Engineering: Principles and Solved Problems; Elsevier: Amsterdam, The Netherlands, 2015. 

http://dx.doi.org/10.1016/b978-0-08-100275-9.00031-0. 
15. Kulicki, J.; Prucz, Z.; Sorgenfrei, D.; Mertz, D.; Young, W. Guidelines for Evaluating Corrosion Effects in Existing Steel 

Bridges.Transportation Research Board: Washington, DC, USA, 1990. 
16. Simillion, H.; Dolgikh, O.; Terryn, H.; Deconinck, J. Atmospheric corrosion modeling. Corros. Rev. 2014, 32, 73–100. 

https://doi.org/10.1515/corrrev-2014-0023. 
17. Benarie, M.; Lipfert, F.L. A general corrosion function in terms of atmospheric pollutant concentrations and rain pH. Atmos. 

Environ. 1986, 20, 1947–1958. https://doi.org/10.1016/0004-6981(86)90336-7. 
18. Feliu, S.; Morcillo, M.; Feliu Jr, S. The prediction of atmospheric corrosion from meteorological and pollution parameters—I. 

Annual corrosion. Corros. Sci. 1993, 34, 403–414. https://doi.org/10.1016/0010-938X(93)90112-T. 
19. Feliu, S.; Morcillo, M.; Feliu, S., Jr. The prediction of atmospheric corrosion from meteorological and pollution parameters—II. 

Long-term forecasts. Corros. Sci. 1993, 34, 415–422. https://doi.org/10.1016/0010-938X(93)90113-U. 
20. ISO, E. (1992). 9224, 1992. Corrosion of Metals and Alloys: Corrosivity of Atmospheres: Guiding Values for the Corrosivity Categories. 
21. ISO, B. (2012). BS EN ISO 9224: 2012. Corrosion of Metals and Alloys–Corrosivity of Atmospheres–Classification, Determination and 

Estimation. 
22. Panchenko, Y.M.; Marshakov, A. Long-term prediction of metal corrosion losses in atmosphere using a power-linear function. 

Corros. Sci. 2016, 109, 217–229. https://doi.org/10.1016/j.corsci.2016.04.002. 
23. Albrecht, P.; Hall, T.T., Jr. Atmospheric corrosion resistance of structural steels. J. Mater. Civ. Eng. 2003, 15, 2–24. 

https://doi.org/10.1061/(ASCE)0899-1561(2003)15:1(2). 
24. Soares, C.G.; Garbatov, Y. Reliability of maintained, corrosion protected plates subjected to non-linear corrosion and 

compressive loads. Mar. Struct. 1999. 12, 425-445. https://doi.org/10.1016/S0951-8339(99)00028-3. 
25. Paik, J.K.; Kim, S.K.; Lee, S.K. Probabilistic corrosion rate estimation model for longitudinal strength members of bulk carriers. 

Ocean. Eng. 1998, 25, 837–860. https://doi.org/10.1016/S0029-8018(97)10009-9. 
26. Qin, S.; Cui, W. Effect of corrosion models on the time-dependent reliability of steel plated elements. Mar. Struct. 2003, 16, 15–

34. https://doi.org/10.1016/S0951-8339(02)00028-X. 
27. Klinesmith, D.E.; McCuen, R.H.; Albrecht, P. Effect of environmental conditions on corrosion rates. J. Mater. Civ. Eng. 2007, 19, 

121–129. https://doi.org/10.1061/(ASCE)0899-1561(2007)19:2(121). 
28. MATLAB and Statistics Toolbox Release 2021a; The MathWorks, Inc.: Natick, MA, USA, 2021. 
29. Minimum Design Loads and Associated Criteria for Buildings and Other Structures; ASCE/SEI: Reston, VA, USA, 2017; pp. 7–16. 

http://ascelibrary.org/doi/book/10.1061/9780784414248, ISBN: 9780784414248. 



Buildings 2021, 11, x FOR PEER REVIEW 19 of 19 
 

30. IBC. International Code Council. Building Officials and Code Administrators International. International Conference of Building Officials. 
Southern Building Code Congress International: Birmingham, AL, USA, 2006. 

31. ASCE. Guidelines for Seismic Evaluation and Design of Petrochemical Facilities, 2nd ed.; American Society of Civil Engineers: Reston, 
VA, USA, 2011. 

32. Bozzoni, F.; Corigliano, M.; Lai, C.G.; Salazar, W.; Scandella, L.; Zuccolo, E.; Robertson, R. Probabilistic seismic hazard 
assessment at the Eastern Caribbean Islands. Bull. Seismol. Soc. Am. 2011, 101, 2499–2521. https://doi.org/10.1785/0120100208. 

33. EMA Annual Reports. Available online: https://www.ema.co.tt/ema-legal/ema-annual-reports/. Accessed on 15th August 2021. 
34. Ambient Air Quality Monitoring Report for Trinidad and Tobago. Available at: https://www.ema.co.tt/our-environment/air/ 
35. SAP2000. Analysis Reference Manual; v.19.2.2.; Computers and Structures INC: Berkeley, CA, USA, 2020. 
36. Baker, J.W.; Lee, C. An improved algorithm for selecting ground motions to match a conditional spectrum. J. Earthq. Eng. 2018, 

22, 708–723. https://doi.org/10.1080/13632469.2016.1264334. 
37. Di Sarno, L.; Karagiannakis, G. Petrochemical steel pipe rack: Critical assessment of existing design code provisions and a case 

study. Int. J. Steel Struct. 2020, 20, 232–246. https://doi.org/10.1007/s13296-019-00280-w. 
 


